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The conductance of zigzag carbon nanotubes in the presence of grafted polymers attached to their walls is
investigated. A theoretical study of the dependence of the transport on the nature of the molecule and on the
concentration of attached structures is presented. The attached structures are shown to lead to the formation of
resonant states trapping the electronic carriers and suppressing the conductance. An exponential decay of the
conductance with increasing concentration of attached molecules marks the ballistic regime while a weaker
decay dependence highlights a crossover to a diffusivelike electronic behavior.
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The use of individual molecules as functional electronic
devices is currently in focus due to the miniaturization strat-
egies pursued by the electronic and computer industries. Mo-
lecular electronics has become a field of research which is
progressing at a fast pace thanks to recent developments in
nanotechnology. Advances in physical and chemical sciences
have been crucial in this field. On the physics side, the usual
down-size approach of working with systems of continuing
smaller dimensions has made possible the visualization and
manipulation of single atoms and molecules, and modern
spectroscopic techniques can now probe the fascinating
quantum features of molecular orbitals.1 Chemists, on the
other side, are presently capable of synthesizing larger mol-
ecules in a controlled fashion and of producing compounds
with tailor-made chemical and physical properties.

Carbon nanotubessCN’sd belong to a special class of mol-
ecules that are suitable for electronics. They are found in a
variety of geometries with unique transport and electronic
features. The combination of interesting transport properties,
mechanical strength, and flexibility makes them ideal candi-
dates for building blocks of nanoscale electronic devices. In
fact, several CN-based devices have already been proposed,
such as logic circuits2 and field-effect3 and single-electron
transistors,4 to name but a few. The construction of more
complex structures based on CN’s is crucial to expand their
applicability. There is growing interest in the possibility of
controlling the nature, size, and concentration of foreign ob-
jects that can interact with nanotubes. Foreign attachments to
the walls of a CN can occur as a result of van der Waals
interactions and covalent bonding.5,6 One of the reasons for
controlling the attachment of molecules or nanoparticles to
the walls of CNs is that these chemical bonds may be used to
alter the interaction of the CN with other atoms, polymeric
molecules, or even other tubes. Moreover, the functionalized
tube may change its mechanical and electronic properties
due to the foreign object. In fact, potential use of CN’s as
chemical sensors and nanometer-scale electronic devices has
already been envisaged.7 Furthermore, recent reports point to
the use of chemically modified carbon tubes as a substrate
for neuronal growth.8

With such a motivation, we investigate in this paper how
the transport properties of a CN are affected by the absorp-
tion of a foreign structure to its walls. Our objective is to

study not the detailed mechanisms of the binding process,
but the effect the integrated structure brings to the quantum
conductance of the system. This certainly depends on the
nature of the attaching object. Polymers are one of the many
different structures that can interact with a CN. Those long
quasi-one-dimensional molecules can adhere to a nanotube
in different ways, depending on the type of polymer and on
the solutions in which they are initially immersed. Polymer
strands coiling around carbon nanotubes have been identified
and seem to be responsible for a dramatic degree of mechani-
cal reinforcement in composite structures.9 In another geom-
etry, polymers can have their ends attached to the nanotube.
When covalently bound, the effect of this interaction on the
transport properties of the system is reasonably strong.
Rather than interacting with a large portion of the carbon
atoms, these so-called grafted polymers cause a more local-
ized effect at the atomic sites to which they stick. This is a
simpler system to model and is the reference geometry for
our studies, namely, finite one-dimensional molecules with
one of their ends bound to the walls of an infinitely long CN.
The inset of Fig. 1 shows an atomic representation of one of
the simple structures considered here.

The quantum conductanceG is calculated by the Kubo-
Landauer formula expressed in terms of single-particle
Green functionssGFd, which are the key quantities in our
formalism.10 In a metallic CN with ideal electrical contacts
one finds perfect transmission characterized by two units of
quantum conductanceG=2G0=4e2/h.11,12 How the transport
properties are affected by the molecular attachments can be
answered by investigating how the GF matrix elements de-
pend on fundamental parameters, such as the concentration
of attached molecules, the coupling between those molecular
structures and the tube, the molecular sizes, and their specific
energy levels. Although high-precisionab initio techniques
have been used to study how the electronic structure of a CN
is affected by the introduction of foreign atoms,13 they are
limited to a few attachments and are currently unable to treat
highly disordered environments such as the ones we want to
investigate. Simple models for the electronic structure are
then quite appropriate for the present investigation.

To illustrate the model calculation adopted here we con-
sider first the disconnected system consisting of a CN and a
finite-sized molecule taken separately. The electronic struc-
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ture of the former is known to be well described by a single-
band tight-binding model,14,15 at least for energies close to
the Fermi level. We represent the molecule by a finite-sized
linear chain of atoms using the same model. In what follows,
the diagonal and off-diagonal energies of the isolated parts
are taken ase0 and g0 for the CN andem and gm for the
molecule. All energy parameters are given in terms ofg0,
and we choose our energy origin ate0=0. The GF of the
disconnected system is represented byG j ,j8, where j and j8
label atomic sites. Clearly,G j ,j8=0 if j and j8 refer to sites on
either part of the disconnected system, because in this case
there is no electronic propagation between the parts. We con-
nect the molecule to the tube by switching on the electronic
hopping sgcd between the parts. For simplicity, we assume
that only the end atom of the molecule is connected to a
single site of the CN. It is worth mentioning that this is not a
fundamental assumption and that contact with more sites can
be easily included.

An arbitrary GF matrix element of the connected system
is given by

Gj ,j8sEd = G j ,j8 + G j ,0gcs1 −G1,1gcG0,0gcd−1G1,1gcG0,j8,

s1d

where the sites 0 and 1 are the connecting sites on the tube
and on the end atom of the molecule, respectively, andj and
j8 are atomic sites belonging to the tube. In this way, the GF
of the connected structure is written in terms of that for the
disconnected system. One immediate consequence of the
equation above is that the effect of the molecular attachment
on the CN is explicitly displayed through the surface Green
function of the molecular structuresG1,1d. It is clear that
small values ofG1,1 lead to a regime of molecular transpar-
ency, in which the electron propagation is exclusively deter-

mined by the unperturbed GF of the isolated CN. On the
opposite limit,G1,1 also carries information about the reso-
nant states of the molecule, leading to a divergence on the
second term of Eq.s1d. It is worth mentioning that these
states correspond to the eigenstates of the isolated molecule.
In this scenario, the conductance is expected to be strongly
affected by the molecular attachments which may act as a
perfect trap for the electronic carriers. In this resonant regime
the conductance is expected to be partially suppressed.

The conductances of a metallics6,0d CN as functions of
the Fermi energy are shown in Fig. 1, for the cases where
one and five molecules are attached to its wall. The attached
molecules are atomic chains consisting of five atoms, and are
characterized byem=0.1, gm=0.8, andgc=1. The dashed
line displays the conductance for an isolated tubesdiscon-
nected CNd exhibiting the two electronic channels for ener-
gies around the Fermi leveleF=0, a characteristic result of
pure CN’s. Full circles in the energy axis denote the linear
chain eigenvalues obtained from the corresponding surface
GF. For the case of one single attached molecule, although
no complete resonant regime is found, the conductance is
partially suppressed at the energy values for which the elec-
trons are trapped in the molecule eigenstates. This is due to
the fact that, unlike what happens with a complete one-
dimensional case,16 there are alternative paths the electron
can take to avoid the connecting site on the tube. For more
than one attached molecule, one finds a complete suppres-
sion of the transport at the central eigenvalue, while for the
other onessclose toe=0.9 and −0.7d the extension of the
conductance reduction is governed by the number of grafted
molecules. For the sake of illustration, a limiting regime is
also considered in which a set of identical chains are attached
to the CN wall, forming a closed ring of grafted molecules.
In this case, a carrier cannot travel past the structure without
hitting one of those polymerized sites. This is shown in the
figure by the dotted line, where the conductance vanishes at
those energy values that coincide with the molecule resonant
states. According with Eq.s1d, we can identify energies for
which the grafted molecules are entirely transparent to the
electronic carriers.

More realistically, the molecules are expected to adhere
srandomlyd to the CN walls. One of the advantages of the
present model is its ability to incorporate such kind of disor-
der within the Green function formalism in real space. We
consider a large section of the CN containing 100–200 car-
bon rings to which molecules may be randomly attached. By
summing over a large number of configurationss500–2000d
we are able to calculate the average conductance for a given
concentration of attached molecules. An illustrative result is
shown in Fig. 2 which displays the conductance of as6,0d
CN with percentages equal to 1%ssolid curved and 10%
sdashed lined of connected molecules for a relatively low
value of the couplinggc=0.3. The calculated results are for
molecules with 24 atoms,em=0.1 andgm=0.8. The elec-
tronic eigenvalues of the isolated molecule are indicated by
full circles on the energy axis. It is clear that in the case of
randomly distributed molecules the conductance is also sup-
pressed at those energies that coincide with the isolate chain
eigenvalues. Likewise, transparent regimes are also present
in this case. For higher concentrations the conductance re-

FIG. 1. sColor onlined Conductance of as6,0d CN with mol-
eculessfinite chains with five atomsd attached to its walls, as a
function of the Fermi energy. The two solid curves correspond to
the cases of one and five attached molecules, whereas the dotted
line is for a closed ring configuration and the dashed one for a pure
CN. Solid circles at the energy axis mark the electronic eigenvalues
of the attached chain. Energies are given in units of the hopping
energysg0=1d and the molecule parameters are chosen asem=0.1
andgm=0.8; gc=1.
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ductions occur in extended regions around the isolated mol-
ecule eigenvalues. The effect is more pronounced for higher
tube-molecule coupling values, as shown by the dotted line
for gc=0.9 and a percentage equal to 10%, as discussed in
more detail below.

The conductance suppression is also shown in Fig. 3sad
whereG scalculated foreF<0.2d is plotted as a function of
molecule concentrations for as9,0d metallic tube. We iden-
tify two distinct conductance regimes, separated by a transi-
tion region.G decays exponentially for very low concentra-
tions sx,1%d, and decreases almost linearly forx.50%.
The inset highlights the exponential decaying regime for two
distinct molecule sizess24 and 115 atomsd. We have also
calculated the conductance distributions for different mol-
ecule concentrations, and the results are depicted in Fig.
3sbd. The corresponding average conductances are indicated
by wide tick marks in thex̂ axis. We notice that forx=5%
and 27% the distributions are log-normal, indicating a tran-
sition from ballistic to insulating behavior.17 For high con-
centrations the conductance variation is strongly reduced, as

illustrated by the rightmost panel of Fig. 3sbd. This indicates
that most of the free carrier paths are already blocked and the
system becomes rather insensitive to statistical distributions
and further molecule aggregations.

The evolution of the conductance suppression is depicted
in Fig. 4 with a gray-scaleson-line coloredd two-dimensional
plot for energies around one of the chain’s eigenvalues. The
diagrams show the conductance as a function of both the
molecular concentration and the Fermi energy fors3,0d and
s9,0d CN’s. Well-defined conductance gaps centered at the
molecule eigenvalues are clearly visible for concentrations
*40% fblack sdark-blued regiong in contrast to the higher
disordered region in which variable wider gaps are formed in
the vicinity of the eigenenergy. Analogously to the previ-
ously discussed case, the conductance suppression is not as
abrupt for thes9,0d tube due to the larger number of paths the
carriers can take in avoiding the random scatterers. Previous
calculations for armchair CN’s in the presence of disorder
have also shown that the electronic mean free path increases
with the tube diameter.11 The extremely thins3,0d tube con-
sidered here shows a greater conductance suppression in the
vicinity of the polymer eigenvalues, as expected.

FIG. 2. sColor onlined Conductances as functions of energy for
a s6,0d CN grafted with 24-atom linear chain molecules. Solid
circles represent the electronic eigenenergies of the isolated chains.
Results are for 1%ssolid curved and 10%sdashed lined molecular
concentrations;gc=0.3, em=0.1, andgm=0.8. Dotted line is for
gc=0.9 and molecular concentration 10%.

FIG. 3. sColor onlined sad Conductance decay as a function of the concentration of moleculess24- and 115-atom chainsd attached to a
s9,0d CN, at one of the eigenvalues of the chains. Inset shows the exponential decay for low concentrations.sbd Conductance distribution for
a s9,0d CN with 0.14%, 5%, 27%, and 70% of the CN sites covered by polymerssgc=0.3, em=0.1, andgm=0.8d.

FIG. 4. sColor onlined Gray-scale maps of the conductance as
functions of the coverage percentage of attached molecules and the
Fermi level, written in terms of the tube hoppingg0. The results are
for molecules described by finite 24-atom chains withem=0.1 and
gm=0.8. Results are fors3,0d and s9,0d tubes at the left and right
parts of the figure, respectively.
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The results discussed above are for molecules that are
weakly coupled to the nanotube, for instance, by means of a
van der Waals type of interaction. Covalently bound mol-
ecules, however, will certainly be much more strongly
coupled to the CN wall. A detailed description of such a
situation requires more involved calculations based on first
principles. Nevertheless, it is instructive to investigate the
effect of the coupling strength on the conductance by varying
gc, as well as the role played by the molecule size.

Conductance results, calculated at one of the chain eigen-

values, as functions ofgc, are shown in Fig. 5 for different
chain sizessconsisting of 11, 24, and 115 atomsd. As ex-
pected, the conductance suppression is more pronounced for
stronger couplings. Moreover,G decays exponentially with
gc, and the decaying rate is inversely proportional to the size
of the attached chain. This effect is similar to the one found
for the conductance dependence on the concentration of at-
tached moleculesfinset of Fig. 3sadg. As the amount of the
resonant modes increases, the weight of the corresponding
eigenvalues of the finite grafted chains in the transport de-
creases. One may expect, therefore, that a better statistical
description of the randomly distribution should also take into
account molecules of different sizes attached in the same
model.

Summing up, we have calculated the effects on the con-
ductance of polymerlike structures grafted on the walls of
CNs. The simple tight-binding model adopted enables us to
treat appropriately the disordered system defined by the ran-
dom distribution of the attached chains. By calculating the
conductance we found a transport suppression at particular
energy values corresponding to the resonant chain states.
One clearly notices different electronic transport regimes de-
pending essentially on the concentration of attached mol-
ecules. This theoretical study should be helpful, for instance,
in the analysis of the nature of the foreign structures that may
conveniently modulate transport responses.
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