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Photophysics of a poly„phenylenevinylene… with alternating meta-phenylene
and para-phenylene rings
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We have investigated the photophysics of the luminescent polymer poly~1,3-phenylenevinylene-alt-2,5-
dioctyloxy-1,4-phenylenevinylene! by a variety of optical spectroscopies. The incorporation of alternating
meta-phenylene andpara-phenylene rings restricts conjugation with respect to poly~para-phenylenevinylene!
derivatives. As a consequence, excited states are blueshifted and the nonlinear susceptibility is reduced. Ab-
sorption by aggregates, which can be obscured by scattering and interference, is clearly revealed by electro-
absorption spectroscopy. The reduced symmetry of 1,3-PPV modifies optical selection rules, resulting in strong
overlap of the fluorescence spectrum with excited state absorption by charged polarons.
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I. INTRODUCTION

Conjugated polymers have been successfully utilized
the emissive layers in organic light emitting diodes~LEDs!
over the last decade. Poly~para-phenylenevinylene! ~PPV!
has been intensively studied and many chemically sub
tuted derivatives of this conjugated polymer have been s
thesized. One path that has been pursued to enhance th
efficiency of conjugated polymers is to develop polyme
with lower conjugation lengths so to hinder exciton migr
tion to quenching sites.1 Introducing meta-phenylene rings
into the polymer chain is one way to restrict conjugation.2–4

Studies of PPV derivatives with alternatemeta- and para-
phenylene rings, have shown that the absorption and e
sion spectra are blueshifted relative to PPV.5–7 This should
restrict exciton diffusion to quenching sites and lead to
creased PL quantum efficiency.

Such polymers also provide a valuable testing ground
explore the interplay between the molecular symmetry
electronic states. PPV hasC2h symmetry and its electronic
states are labeledAg or Bu . The corresponding symmetr
labels of molecular orbitals areag and bu . For transitions
between states and orbitals, dipole selection rules require
the levels have opposite parity. In contrast,C2h symmetry
will be broken by the inclusion ofmeta-phenylene rings. A
further modification of the PPV electronic structure aris
from different contributions of the six phenylene molecu
orbitals to the delocalizedp-electron system. Only the pa
of orbitals polarized along the axis of the phenylene r
parallel to the polymer chain contribute to the delocaliz
p-electron system of PPV.8 There is no such preferentia
orientation of themeta-phenylene ring, which will alter the
contribution of phenylene molecular orbitals to the deloc
ized p-electron system. The prospect of device applicatio
and novel photophysics motivates a detailed study of
photophysics of 1,3-PPV.

The outline of this paper is as follows. In Sec. II w
describe the experimental techniques used in this work
PRB 620163-1829/2000/62~23!/15718~6!/$15.00
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explain how spectra are interpreted. The chemical analys
1,3-PPV is also briefly discussed. Absorption and electro
sorption measurements of 1,3-PPV films are discussed
Sec. III. We show that the inclusion of ameta-phenylene
ring restrictsp-conjugation and alters the symmetry of ele
tronic states. As a consequence, there is no evidence
field-induced absorption by themAg state seen in other PPV
derivatives. Evidence for aggregation within 1,3-PPV film
is also presented. Measurements of photoexcitation dynam
and photogeneration mechanisms are discussed in Sec
The reduced symmetry of 1,3-PPV results in an additio
allowed absorption band for polarons not seen forpara-
phenylene derivatives of PPV. This blueshifts polaron a
sorption to the peak of the fluorescence spectrum, resul
in reduced PL yields and quenching of laser action. We th
summarize our results and conclude.

II. EXPERIMENTAL METHOD

Poly~1,3-phenylenevinylene-alt-2,5-dioctyloxy-1,4-pheny-
lenevinylene! was synthesized by the Wittig reaction, a rea
tion between Wittig salts and isophthalic dialdehyde.9 We
refer to this polymer as 1,3-PPV and show the structure
the upper right-hand corner of Fig. 1. 1,3-PPV has been fu
characterized via a variety of analyses and we report h
only the outline details. Further details are give
elsewhere.5,10 Gas phase chromatography measureme
with polystyrene as the calibration standard show a typ
relative number average molecular weight ofMn515 200
~35 repeat units containing 70 phenylene rings! and a poly-
dispersity of 2.5. The results of the1H and 13C nuclear mag-
netic resonance measurements in deuterated chloroform
dicate that the polymer structure is as proposed and tha
resulting configuration of the vinylene unit is a mixture ofcis
and trans, with the majority in thetrans configuration. The
polymer infrared spectrum also shows the expec
features.11 The maximum PL quantum efficiency in solution
reaches 82% in dioxane with some batch-to-batch variat
Lowest efficiencies in a variety of solvents are between 6
15 718 ©2000 The American Physical Society
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PRB 62 15 719PHOTOPHYSICS OF A POLY~PHENYLENEVINYLENE! . . .
and 70%. These values were obtained using a calibrate
tegrating sphere and have been confirmed by separate
surements undertaken at the University of Regensburg.6 1,3-
PPV shows the desired high PL efficiency for which it w
designed. Lasing is readily achieved for 1,3-PPV in solut
under pulsed excitation. The characteristics of the laser
tion are described in detail elsewhere.6

The absorption and fluorescence spectra were meas
with calibrated spectrophotometers. The electronic struc
of 1,3-PPV was also studied by electroabsorption~EA! spec-
troscopy. In an EA experiment, a sinusoidal electric fie
modulates the absorption of light. For nondegenerate st
and to second order in the applied electric field, the cha
in the optical absorption is proportional to a combination
the first and second derivatives of the absorption coeffic
with respect to energy. These arise from differences in
polarizability (]a/]E) and/or permanent dipole mome
(]a2/]E2) of the ground and excited states.12 The electric
field also mixes the symmetry of electronic states, wh
causes a transfer of oscillator strength from allowed to f
bidden optical transitions. This results in bleaching of t
allowed absorption and the appearance of induced absorp
bands in the EA spectrum.13–19 Samples were mounted in
cold-finger liquid nitrogen cryostat equipped with optical a
electrical access. A sinusoidal electric field modulated a
kHz was applied to the sample using the reference outpu
a lock-in amplifier driving a high voltage amplifier. Light i
dispersed through a monochromator, focused onto
sample and then is detected by a silicon photodiode. Loc
amplification was employed to detect changes,DT, in the
transmissionT.

Photoexcitation dynamics were studied by photoindu
absorption~PA! spectroscopy. For PA measurements,
sample is excited by an amplitude-modulated pump be
and changes in the transmission of a probe beam are m
sured by lock-in amplification of a photodetector. The 45
nm line of an argon ion laser at a power density
30 mW/cm2 was used as the pump beam and a monoch
mated tungsten white light source was used as the probe.
use of multiple detectors and gratings enabled the PA s
trum to be investigated between 0.7 and 3.0 eV. The pu
beam was modulated at 120 Hz by an acousto-optical mo
lator and the spectra were measured under vacuum at 8

FIG. 1. The absorption~solid line, right axis! and fluorescence
spectra~solid line, left axis! of 1,3-PPV. The dashed lines show th
individual absorption bands. The co-polymer repeat unit is show
the inset.
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The PA spectrum, defined as the normalized change,DT, in
transmission of the probe beam,T, is proportional to the
photoexcitation density,n. This in turn is proportional to the
product of the excited state lifetime and the quantum yi
h:

2DT/T5nsd5hSst, ~1!

wheres is the excited state crosssection,S is the pump den-
sity ~photons per unit area!, andt is the excitation lifetime.
The lock-in amplifier simultaneously measures the in-ph
and quadrature signals, which can be compared to determ
the excitation lifetime and correlate different PA bands. F
monomolecular recombination, the in-phase and quadra
PA signals will, respectively, depend upon the modulat
frequency (f 5v/2p) and the excitation lifetimet as20

DTIN}1/@11~vt!2#, ~2!

DTQUAD}vt/@11~vt!2#. ~3!

III. ELECTRONIC STRUCTURE OF 1,3-PPV

The absorption and fluorescence spectra of a 1,3-PPV
are shown in Fig. 1. The absorption edge is at 2.65 eV w
maxima at 3.05 and 3.69 eV. There are also absorption ba
at 4.9, 5.5, and 6.0 eV. The dashed lines in Fig. 1 show
deconvolution of the absorption bands, assuming Gaus
tails. The optical gap of 1,3-PPV is blueshifted by 0.34 e
with respect to that of DOO–PPV. The width of the observ
absorption features is due to both unresolved vibronic str
ture and inhomogeneous broadening. The absorption s
trum of 1,3-PPV is significantly redshifted from that o
distyrylbenzene, for which the lowest energy absorpt
peak is at 3.48 eV with vibronic features at 3.30 eV, 3.64 e
and 3.85 eV.21,22 The PL spectrum of 1,3-PPV peaks at 2.
eV, with a shoulder present at 2.34 eV. The fluoresce
efficiency of a neat film, measured with an integrating sph
and exciting at 354 nm, was measured to be 2561%. This
compares favorably to a previous study by Holzeret al.,
where the PL efficiency of a 1,3-PPV solution was measu
to be 64%, but that of a neat film to be only 4.7%.6 Pang
et al. have reported solid state fluorescence efficiencies
tween 61% and 82% for the hexyloxy and butyloxy equiv
lents of 1,3-PPV.7 However, these measurements were p
formed by comparison to a standard rather than usin
calibrated integrating sphere and therefore may not be
rectly comparable.

The effect of alkoxy substitution on the absorption spe
trum of PPV has been widely debated. The absorption sp
trum of PPV consists of bands at 3.0, 3.8, 4.8, and
eV.8,23–26 Substituted derivatives of PPV exhibit the sam
structure, although the energy and relative strength of e
band depends upon the substituent. 1,3-PPV shows two
nificant differences from other substituted PPV derivativ
the absorption band at 3.8 eV~band II! is unusually strong
and an additional band at 5.5 eV can be seen. Absorp
band II is similarly strong in the 1,3-PPV derivatives synth
sized by Panget al.7 The origin of band II has been contro
versial. Some workers have assigned this band to a forbid
transition which becomes allowed because of charge co
gation symmetry~CCS! breaking by the sidechains.23–25

in
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15 720 PRB 62P. A. LANE et al.
Others believe that the effects of CCS breaking alone
weak and have little effect on the optical properties of
material.8,26–28Within this context, the strength of band II i
closely related to the effective conjugation length of t
polymer. It is therefore intriguing that band II is especia
strong in 1,3-PPV, where the incorporation ofmeta-
phenylene rings alters the symmetry and restricts conju
tion.

An essential assumption of many PPV models is that
photophysics of the lowest excited state of the polymer, a
ing from the six orbitals of a phenylene ring~and the orbitals
of the vinylene bond!, can be described by two of the ph
nylene molecular orbitals which are polarized along the lo
axis of the polymer chain, one of the two degeneratee1g
highest occupied molecular orbitals~HOMO! and one of the
two degeneratee2u lowest unoccupied molecular orbita
~LUMO!. The different absorption bands of PPV derivativ
are due to transitions~i! between delocalized (d→d*), ~ii !
and ~iii ! mixed transitions (d→ l *, l→d*), and ~iv! transi-
tions between localized orbitals (l→ l *). Conjugation across
meta-phenylene rings requires inclusion of both pairs of d
generate phenylene molecular orbitals. This could poss
explain the unusual strength of the 3.8 eV and the emerge
of an additional peak at 5.5 eV not seen inpara-phenylene
PPV derivatives.

The electroabsorption spectrum and the first derivative
the absorption spectrum with respect to energy are show
Fig. 2. The main EA peak at 2.73 eV follows the derivati
absorption spectrum indicating that a redshift of absorpt
due to the Stark effect has occurred. Both the EA and der
tive spectra contain a vibronic sideband at 2.9 eV an
second peak at 3.5 eV, which is related to the absorp
band at 3.64 eV. Above 4 eV, the EA and derivative spec
are not well correlated. The main differences to note betw
the EA and derivative absorption spectra are the initial f
ture at the onset of EA at approximately 2.5 eV, an unus
doubling occurring at the minima of the EA spectra, a
deviations above 4 eV.

The meta-phenylene ring in 1,3-PPV alters the symme
of the material and restrictsp conjugation. The third orde
nonlinear susceptibility of 1,3-PPV at the EA peak~2.9 eV!
was calculated using Kramers Kronig relations. These va
were determined to beRg51.28310211 esu and Ig

FIG. 2. The electroabsorption spectrum of 1,3-PPV~symbols!
and the derivative of the absorption spectrum with respect to en
~line!. The inset shows the low-energy portion of the EA spectr
on an expanded scale.
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51.73310211 esu. Comparison of the derivative absorpti
and EA spectra in Fig. 3 results in a maximum polarizabil
Dp5623 Å3 at 2.9 eV, more than an order of magnitud
less than Liesset al.19 calculated for several luminescen
conjugated polymers~including substituted PPV deriva
tives!. The polarizability of the lowest excited state of 1,
PPV is only 50% larger than that oftrans,trans’-
distyrylbenzene (420 Å3).24 The much lower polarizability
of 1,3-PPV is consistent with restricted conjugation owing
incorporation ofmeta-phenylene rings.

The feature at the onset of the EA spectrum is shown
an expanded scale in the inset of Fig. 2. A clear maxim
with 2DT/T53.531026 is seen at 2.5 eV. This feature ca
not be due to activation of a symmetry forbidden transiti
lying below the main absorption band as 1,3-PPV is hig
luminescent. As strong fluorescence proceeds from the l
est lying singlet excited state~Kasha’s rule!, transitions from
the lowest excited state must be dipole allowed. The fact
this feature is more prominent in the EA spectrum than
derivative absorption spectrum suggests that this state h
slightly higher polarizability than that of the main absorptio
band. The absorption spectrum of 1,3-PPV has a tail betw
2.3 and 2.7 eV~Fig. 1!. The reduced transmission of the film
below 2.3 eV could be due to absorption, scattering, inter
ence fringes or a combination of these effects. The EA sp
trum shows that this tail is due to absorption rather than ot
effects. Photothermal deflection spectroscopy is a us
technique for detecting subgap absorption, but can be d
cult to apply near the absorption edge due to saturation of
signal. EA spectroscopy is particularly suited to detect
such states as it is insensitive to scattering, but can stil
used even when there is strong absorption. We suggest
the low energy state is due to aggregates within the poly

gy

FIG. 3. In-phase~top! and quadrature~bottom! PA spectra of a
~a! neat film of 1,3-PPV and~b! a blend containing 60% 1,3-PPV
and 40% polystyrene by weight.
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film. Aggregation may result from the structure of the po
mer chain. Themeta-phenylene ring induces a 60° bend b
tween repeat units of the co-polymer which would result i
sixfold (61) helical configuration of the polymer chain, wit
12 phenylene rings per turn. Further studies of the polym
structure are warranted.

The alkoxy sidechain andmetalink in the 1,3-PPV mean
that the polymer does not have the rotation and invers
symmetry typical for PPV derivatives (C2h). Therefore the
usual Ag and Bu labelling of states does not apply to th
polymer. However, the EA and derivative absorption spec
deviate at energies above thep –p* transition. One diffi-
culty in interpretation arises because the EA spectrum co
different absorption bands, which will have differing nonli
ear responses. However, it was not possible to effectiv
model the higher energy EA spectrum either by includ
different contributions from the absorption bands or by
voking transfer of oscillator strength to a one-photon forb
den transition.29,30

The unusual doubling feature seen at the minima of
electroabsorption spectra must be due to the presenc
meta-phenylene rings. This feature is not observed in the
spectra of DOO–PPV and other PPV derivatives contain
only para-phenylene rings.19,31 However, we have observe
similar features in the EA spectra of distyrylbenzene deri
tives where the centralpara-phenylene ring has been re
placed by ameta-phenylene ring.32 The EA spectrum is a
weighted average of a number of phonons that couple to
electronic transition. It may be that the weighting function
different for meta-phenylene compounds than forpara-
phenylene compounds or that the change in the molec
symmetry changes which phonon modes couple to the e
tronic transition.

IV. PHOTOEXCITATION DYNAMICS
AND PHOTOGENERATION MECHANISMS

We now turn to studies of photoexcitation dynamics a
photogeneration mechanisms in 1,3-PPV. In particular,
are interested in how changing the symmetry of the polym
repeat unit affects excited state absorption spectra. Figu
shows the PA spectra of~a! a neat film of 1,3-PPV and~b! a
blend containing 60% 1,3-PPV and 40% polystyrene
weight. The latter film was prepared in order to disrupt a
gregation. The absorption and fluorescence spectra of
blended film do not substantially differ from the neat film
though its fluorescence efficiency (29%) is somewhat hig
than that of the neat film (25%). The in-phase PA spec
above 2.0 eV are unreliable due to contamination of the
spectrum by fluorescence. Heating of the sample by
probe beam modulates the magnitude of the fluorescence
thermochromic shifts can make it impossible to correct
simply scaling the PL intensity. However, there was virtua
no contribution of fluorescence to the quadrature PA sig
Both samples have a PA band with a maxima at 1.87 eV;
neat film also has a second PA band with a maximum at 2
eV.

There are two possible candidates for the PA ban
charged polarons and neutral triplet excitons. Figure 4 sh
the absorption spectra of a solution of 1,3-PPV at a conc
tration of 1.25 g/l in dichloromethane doped by FeCl3 at a
a
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concentration of 3.75 g/l~0.023 M!. The polymer is oxidized
by the dopant and the absorption spectra show the forma
of an absorption band with a peak at 2.28 eV~543 nm! due
to positive polarons on the polymer chain. The line shape
the doping induced absorption spectrum was independen
the dopant concentration. We did not observe a second
dation step due to bipolaron~dication! formation. Compari-
son of the PA spectra shown in Fig. 3 and doping-induc
absorption spectrum shown in Fig. 4 lead us to assign
band at 2.25 eV to polarons and the band at 1.87 eV to tri
excitons. The assignment of the feature at 2.25 eV to p
arons is supported by comparison of the PA spectra of
two films. In a blend, we observe triplet excitons, but fe
polarons. From this we conclude that polarons in 1,3-P
are predominately formed through interchain coupling a
disrupting aggregation reduces the polaron population.
reduced PL efficiency with increased charge photogenera
is consistent with quenching of luminescence by polaro
through excited state absorption and direct quenching of
glet excitons.

The PA spectrum of the neat film consists of overlapp
excited state absorption of both polarons and triplet excito
The relative triplet contribution can be determined by su
tracting the polaron absorption~from Fig. 4! from the
quadrature PA spectrum of the neat film. Figure 5 compa
the triplet absorption of the neat film, scaled by a factor of
to the PA spectrum of the blended film. The two spectra
identical with the triplet PA of the neat film twice that of th
blended film. The larger triplet PA in the neat film is relate
to either a change in the excited state lifetime or the quan
yield @Eq. ~1!#. Both PA bands in the neat film were approx
mately linear with the laser power, which means that reco
bination is monomolecular. The excitation lifetime can the
fore be determined by measuring the dependence of the
signals upon the modulation frequency and modelling
results using Eqs.~2! ~in-phase! and~3! ~quadrature!. Figure
6 shows the modulation frequency dependence of the
bands at 1.87 eV in both films and 2.25 eV in the neat fil
The experimental data are shown as symbols and the fi
Eqs.~2! or ~3! are shown as solid lines. The triplet lifetime
measured to be 0.4660.01 ms for both samples and the p

FIG. 4. The absorption spectrum of 1,3-PPV in solution a
doped by the addition of FeCl3. The lines show a deconvolution o
the polaron absorption into two bands with peaks at 1.92 and 2
eV.
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15 722 PRB 62P. A. LANE et al.
laron lifetime to be 0.3960.02 ms for the neat film. There i
excellent agreement between the lifetimes calculated u
either the in-phase and quadrature signals.

The triplet lifetime is the same in both samples, but t
triplet signal of the neat film is twice that of the blended film
As the excitation lifetimes are the same in both samples,

FIG. 5. A comparison of the triplet photoinduced absorption
the blended film~symbols! and neat film~line!. The triplet PA
spectrum in the neat film was determined by subtracting the pola
absorption~Fig. 4! and scaling by a factor of 2.

FIG. 6. Dependence of the PA signals upon the modula
frequency.~a! Triplet PA in the matrix isolated film;~b! triplet PA
in the neat film;~c! polaron PA in the neat film. In-phase data a
shown as filled circles, quadrature data are shown as open cir
and lines are fits to the data using Eqs.~2! or ~3!.
g

e

e

increased PA signal in a neat film is due to a much hig
triplet quantum yield@Eq. ~1!#. This could be a result of
enhanced intersystem crossing or transformation of gemi
polaron pairs from singlet to triplet spin configurations b
fore recombination.33 The latter explanation is consisten
with a correlation between enhanced polaron and triplet p
togeneration. The excited state absorption peak of triplet
citons occurs at a much higher energy for 1,3-PPV~1.87 eV!
than for DOO–PPV~1.45 eV!, but at a slightly lower energy
than for trans,trans’-distyrylbenzene~1.95 eV!.34 This mea-
surement independently confirms the conclusion arising fr
comparison of the absorption spectra and nonlinear sus
tibility of these three materials: incorporation ofmeta-
phenylene rings is a useful way in which to engineer
band gap and conjugation length of PPV derivatives.

The excited state absorption spectrum of polarons occ
at a surprisingly high energy and strongly overlaps with
fluorescence spectrum. Whereas the absorption and fluo
cence spectra of 1,3-PPV are blueshifted by 0.34 eV w
respect to poly~2,5-dioctyloxy-1,4-phenylenevinylene!
~DOO–PPV!, the absorption peak of polarons is blueshift
by 0.75 eV. This is a consequence of the different symm
tries of 1,3-PPV and DOO–PPV. Figure 7 shows a schem
diagram of molecular orbitals for negatively charged p
arons in 1,3-PPV and DOO–PPV. The parity of orbitals
DOO–PPV alternates betweenag andbu , and optical tran-
sitions are allowed only between orbitals of oppos
parity.35,36 These selection rules do not hold for correspon
ing transitions in 1,3-PPV, resulting in a third allowed tra
sition at a relatively much higher energy than for DOO
PPV. The absorption spectra of doped 1,3-PPV in Fig
show a relatively weak band between 1.7 and 1.9 eV, wh
one would expect to observe polaron absorption. The sub
absorption of doped 1,3-PPV can be resolved into two ba
with maxima at 1.92 and 2.30 eV. These are shown as li
in Fig. 4. It is unclear as to why the 2.30 eV peak is mu
stronger than the 1.92 eV peak.

Although 1,3-PPV readily exhibits lasing in solution6 and
has a high solid state fluorescence efficiency, films of 1
PPV did not exhibit spectral narrowing under high intens
excitation seen for other PPV derivatives.37–39 The lack of
spectral narrowing is a consequence of the spectral ove
of the fluorescence and excited state absorption spe
These results have significant implications in develop
new polymers for optoelectronic applications. Developme
in recent years have led to the investigation of polymers

n

n

es,

FIG. 7. Schematic diagram of the molecular orbitals of a ne
tively charged polaron in 1,3-PPV and DOO–PPV. Allowed tra
sitions are shown by solid lines and forbidden transitions by das
lines.
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suitable materials for an electrically pumped organic las
The question of whether polymers can be used success
as a solid state laser material has raised numerous impo
issues in polymer science: one being excited state absorp
by charged species along the polymer backbone.40 A high
density of charge carriers with excited state absorption c
to the emission maxima would quench any lasing action
has been highlighted as a major problem in fabricating
electrically pumped organic laser.

V. CONCLUSIONS

In conclusion, we have studied the effect of reduced sy
metry on the photophysics of a 1,3-PPV, a PPV derivat
with alternatingpara-phenylene andmeta-phenylene rings.
The incorporation ofmeta-phenylene rings restrictsp conju-
gation and alters the symmetry of the polymer with resp
to PPVs with allpara-phenylene rings. As a consequenc
,

.

a-

ny

u,

y

ui

.
er

.

d

r.
lly
ant
on

e
d
n

-
e

t
,

the absorption and emission spectra are blueshifted, exc
state polarizabilities are reduced and optical selection ru
are modified. Studies comparing neat and blended films l
us to conclude that aggregation resulting in interchain c
pling is the primary mechanism for charge photogenerati
The blueshifted excited state absorption spectrum of char
polarons effectively quenches laser action in neat films
1,3-PPV.
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