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Abstract: The oil of babassu tree nuts (Orbignya speciosa) is a potential alternative for treatment 

and prophylaxis of benign prostatic hyperplasia. Improved results can be obtained by drug 

vectorization to the hyperplastic tissue. The main objective of this work was the preparation 

and characterization of poly(lactic-co-glycolic acid) (PLGA) nanoparticle and clay nanosystems 

containing babassu oil (BBS). BBS was extracted from the kernels of babassu tree nuts and 

characterized by gas chromatography-mass spectrometry as well as 1H and 13C nuclear magnetic 

resonance. BBS-clay nanosystems were obtained by adding polyvinylpyrrolidone, Viscogel B8®, 

and BBS at a 2:1:1 mass ratio and characterized by X-ray diffraction, thermogravimetric analysis, 

infrared spectroscopy, and laser diffraction. The PLGA-BBS nanoparticles were prepared by the 

precipitation-solvent evaporation method. Mean diameter, polydispersity, zeta potential, and 

scanning electron microscopic images of the nanosystems were analyzed. Thermogravimetric 

analysis   showed successful formation of the nanocomposite. PLGA nanoparticles containing BBS 

were obtained, with a suitable size that was confirmed by scanning electron microscopy. Both 

nanostructured systems showed active incorporation yields exceeding 90%. The two systems 

obtained represent a new and potentially efficient therapy for benign prostatic hyperplasia.

Keywords: babassu oil, nanocomposite, poly(lactic-co-glycolic acid), nanoparticles, benign 

prostatic hyperplasia, treatment, nanotechnology

Introduction
Benign prostatic hyperplasia (BPH) is a common condition in men over 40 years of age, 

and 68% of men older than 50 years have symptoms associated with the disease.1 BPH 

is characterized by a prostate volume increase that is due to stromal and epithelial cell 

hyperplasia interfering with urinary flow. This in turn causes polyuria, urinary retention, 

nocturia, urinary hesitancy, and an increased risk of urinary tract infection.2 Treatment 

for BPH is based on inhibition of testosterone synthesis by finasteride and its analogs 

in association with adrenergic blocking drugs, such as doxazosin and tamsulosin.3 As 

an alternative to drug therapy, surgical removal of the prostate is a more radical option 

that presents many problems for the patient during the postoperative period.4 Plant oils 

have been suggested as an alternative and less aggressive option to synthetic drugs for 

BPH5,6 and it has been proposed that they can also be used in BPH prophylaxis. Saw 

palmetto oil is a promising candidate for this application.7–9 Among the various palm 

extracts used to control BPH, the oil of the babassu tree nut (Orbignya speciosa, 

Arecaceae family), which is found primarily in the northern and northeastern parts of 

Brazil, has considerable potential.10 Other parts of this fruit are known for their anal-

gesic and anti-inflammatory properties, and immunomodulatory activity has also been 
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described for other babassu extracts.11 Babassu extracts have 

also been described in the treatment of leukemia and benign 

and malignant hypertrophy of the prostate, as well as other 

diseases, due to their antioxidant activity.12,13

Targeted delivery of chemotherapeutics is one of the 

main challenges in the treatment of neoplasms of different 

origin and BPH, and development of treatment strategies to 

minimize the side effects of drugs is a very active field of 

research. Targeted delivery can be achieved by application 

of pharmaceutical nanotechnology, which is based on the 

development, application, and characterization of nano-

scale therapeutic systems that provide more controlled drug 

release, and this approach is therapeutically relevant.14

Poly(lactic-co-glycolic acid) (PLGA) is a biodegrad-

able polymer that is used extensively in the preparation of 

nanoparticles.15 PLGA has been described as an important 

carrier for water-soluble and poorly soluble drugs because 

of its excellent biocompatibility and biodegradability and its 

versatility, allowing for different nanoparticle preparation 

methods.16,17 PLGA nanoparticles have been used for site-

specific delivery of drugs to the brain, arterial walls, lungs, 

tumor cells, liver, and spleen. They can also be designed 

for long-term systemic circulation within the body and for 

numerous routes of delivery.15,18–21 According to previous 

work, poorly water-soluble drugs can be encapsulated by 

PLGA nanoparticles through nanoprecipitation.16,22 Many 

drugs, such as 9-nitrocamptothecin,23 paclitaxel,24 and 

quercetin25 have been encapsulated in PLGA nanoparticles 

designed for cancer therapy.

Nanocomposites of polymers and clays are other exam-

ples of nanotechnology applications. The use of smectite 

clays in pharmaceutical formulations is well known.26,27 

Viscogel B8®, an organically modified clay, can intercalate 

simultaneously with hydrophilic polymers and other lipo-

philic substances, producing nanomaterials. As described 

previously by our group, the polyvinylpyrrolidone (PVP) 

Viscogel B8® nanocomposite containing babassu oil (BBS) 

has inhibitory activity toward BPH cells, showing potential 

applications for different neoplasia cancer treatments.8,28 The 

main objective of this work was the preparation and char-

acterization of PLGA nanoparticles and clay nanosystems 

containing BBS for the treatment of BPH and evaluation of 

their applicability as pharmaceutical formulations.

Materials and methods
Materials
Pluronic F-68, PVP K-30 with a molecular weight of 

40,000, trehalose, monobasic sodium phosphate, 2 M 

trimethylsilyldiazomethane in diethylether, myristic acid, 

sodium lauryl sulfate, and methyl pentadecanoate standard 

for gas chromatography (GC) were purchased from Sigma 

Chemical Co (St Louis, MO, USA). The PLGA used was 

Resomer 504 (ratio of polylactic acid to polyglycolic acid, 

50:50) from Boehringer Ingelheim (Ingelheim, Germany). 

Methanol, potassium phosphate monobasic, sodium phos-

phate dihydrate, 37% hydrochloric acid, dichloromethane, 

ethyl alcohol, and acetone (Tedia Company Inc, Fairfield, 

OH, USA) were analytical grade. Magnesium stearate was 

provided by Mallinckrodt (Charlotte, NC, USA). Montmoril-

lonite Viscogel B8 was purchased from Bentec (Livorno, 

Italy). Water was obtained from a Milli-Q water purification 

system (Millipore, Bedford, MA, USA).

extraction of BBs
O. speciosa fruits were collected in April 2010 in the state 

of Piaui, northeastern Brazil, and processed by kernel 

 separation. O. speciosa kernels were peeled and triturated, 

and then submitted to solvent extraction with ethanol, using 

cold dynamic maceration to avoid potential degradation of 

the active constituents. The solvent used in the extraction 

was fully removed under reduced pressure using a rotary 

evaporator (Büchi Labortechnik AG, Flawil, Switzerland) 

at room temperature. The evaporated material was stored in 

a refrigerator at 4°C ± 2°C.

characterization of BBs
The fatty acids in BBS were characterized by gas chroma-

tography-mass spectrometry (GC-MS) after esterification 

of the crude oil using 2 M trimethylsilyldiazomethane in 

diethyl ether.29 The analyses were performed on a Saturn 

2000 workstation (Varian Inc, Walnut Creek, CA, USA) 

that consisted of a Chrompack CP 3800 gas chromatograph 

and a Saturn 2000R ion-trap detector. The capillary column 

was a VF-Xms (25.0 m × 0.2 mm) from Varian. Helium was 

used as the carrier gas. The temperature was programmed as 

follows: 0°C–90°C (one minute hold), 90°C–230°C at 3°C 

per minute, and 230°C–290°C (5 minute hold). The calibra-

tion curve was obtained using myristic acid as the external 

standard and methyl pentadecanoate as the internal standard 

with five concentrations of myristic acid between 36 µg/mL 

and 0.72 mg/mL.

Linear regression analysis was performed using the 

method of least squares by Microsoft Excel software. 

Adequacy of fit was assessed from the coefficient of deter-

mination (r2). The repeatability of the method was evaluated 

by determination of six samples at the working concentration. 
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The retention index was calculated using the GC data from a 

saturated aliphatic carboxylic acid homologous series from 

C
12

 to C
22

, performed using the same column and conditions 

as those used in the GC analysis of the essential oils. The 

analyses related to formulation testing were performed using 

the same method in a Clarus 500 gas chromatograph from 

PerkinElmer (Waltham, MA, USA) coupled with a flame 

ionization detector. Methyl pentadecanoate was used as the 

internal standard in all of the GC analyses.

Nuclear magnetic resonance (NMR) spectra were 

recorded on a spectrometer (AMX500, Bruker, Karlsruhe, 

Germany) operating at 500 MHz for the proton nucleus and 

at 125 MHz for the carbon nucleus. Both 1H and 13C NMR 

analyses were performed using CDCl
3
 and tetramethylsilane 

(as the internal standard).

Nanocomposite preparation
All BBS-clay nanosystems were obtained by mixing PVP, 

Viscogel B8, and BBS at a mass ratio of 2:1:1. Intercalation 

was induced by solubilizing 2 g of PVP in 150 mL of dichlo-

romethane, then adding 1 g of BBS and 1 g of Viscogel B8.  

A homogeneous suspension was formed and kept under mag-

netic stirring for 72 hours. Aliquots of the suspension were 

taken at one, 24, and 72 hours, and subsequently referred to 

as samples T
0
, T

1
, and T

2
, respectively. These aliquots were 

centrifuged to remove adsorbed BBS, ie, BBS not included 

in the interlamellar spacing. The pellet was resuspended in 

dichloromethane and then evaporated under vacuum at 45°C. 

The powdered nanocomposite was then taken to calculate the 

BBS intercalation yields by GC-MS analysis and to prepare 

the capsules. All nanocomposites were prepared in triplicate 

to confirm reproducibility of the method. For comparison, 

the physical mixtures were produced from pure material 

powder blends without any special treatment.

Nanocomposite characterization
The median particle size diameter distribution of Viscogel 

B8 was measured by laser diffraction with a Mastersizer 

2000 equipped with a Scirocco dry powder feeder (Malvern 

Instruments Ltd, Malvern, UK). The nanocomposites were 

characterized by X-ray diffraction, thermogravimetric 

analysis, differential scanning calorimetry, and Fourier 

transform infrared spectroscopy. The samples were dried, 

powdered, and sieved using a 40 mesh sieve for X-ray dif-

fraction analysis at room temperature by a Rigaku MiniFlex 

II diffractometer (The Woodlands, TX, USA). The diffrac-

tion angle range (2θ) was 2°–20°, with a scan speed of one 

degree per minute, and CuKα radiation was used as the 

X-ray source and operated at 40 kV and 30 mA. Interlamellar 

spacings were calculated using the Bragg equation (λ = 2d 

sinθ, where λ is the X-ray wavelength, 2d is the interlamel-

lar spacing, and θ is the incident angle). Calorimetric studies 

were performed on an differential scanning calorimeter and 

thermogravimetry was performed on a thermogravimetric 

analyzer (822e and SDTA 851e, respectively, Mettler Toledo, 

Greifensee, Switzerland) using standard aluminum crucibles, 

with a nitrogen flow of 50 mL per minute, a heating rate of 

20°C per minute, and temperature ranges of 25°C–300°C 

for differential scanning calorimetry and 25°C–800°C for 

thermogravimetric analysis. Fourier transform infrared spec-

trophotometry was applied to the nanocomposite analysis 

using the attenuated total reflection technique. Samples (1%, 

w/w) were prepared by the KBr pellet method. The analyses 

were carried out using a spectrophotometer (IR Prestige 21, 

Shimadzu, Kyoto, Japan).

Preparation and characterization of 
capsule containing BBs nanocomposite
The hard gelatin capsules were prepared by filling with nano-

composite powders or equivalent physical mixtures passed 

through a 40 mesh sieve. The lubrificant in both cases was 

magnesium stearate (1.0%, w/w). The nanoparticles were 

characterized for dose uniformity, BBS content, and mean 

weight.30,31

Drug release from BBs  
nanocomposite capsules
Release tests for the BBS nanocomposite capsules were 

performed using a US Pharmacopeia SR8-Plus dissolu-

tion test station from Hanson Research (Chatsworth, CA, 

USA).31 The equipment was used with a sinker, at a paddle 

rotation speed of 75 rpm, in 900 mL of simulated gastric 

fluid (USP 33) and 1% (w/v) sodium lauryl sulfate at a 

temperature of 37°C ± 0.5°C. At 30, 60, and 120 minutes, 

10 mL samples were withdrawn from the dissolution vessels, 

and the concentration of BBS was measured by GC-flame 

ionization detection after three cycles of liquid-liquid extrac-

tion of BBS in ether.

The average particle size of the nanocomposite 

dispersed in each dissolution aliquot collected at 30, 60, 

and 120 minutes was measured immediately using a laser 

diffraction particle size analyzer (Mastersizer 2000) equipped 

with a Hydro 2000 µP accessory (Malvern Instruments Ltd). 

Each dissolution aliquot was dispersed in Milli-Q water 

under stirring (1,000 rpm) until the required obscuration 

(5%–25%) was reached.
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Preparation of Plga-BBs nanoparticles
The PLGA-BBS nanoparticles were prepared according to 

the precipitation-solvent evaporation method described by 

Fessi et al.22 BBS was dissolved in acetone under magnetic 

stirring followed by addition of PLGA. This solution was 

poured into the Pluronic F-68 solution with moderate stirring 

at room temperature. Nanoparticles were formed immediately, 

and the acetone was evaporated using a rotary evaporator 

(Büchi Labortechnik AG, Flawil, Switzerland) under reduced 

pressure at room temperature. The PLGA-BBS nanoparticle 

concentrations were varied from 100 mg to 250 mg of PLGA 

using 50 mg of BBS. The nanoparticles were lyophilized with 

a cryoprotectant using 5% (w/v) trehalose. Trehalose powder 

was directly dissolved in the nanoparticle dispersion under 

stirring after acetone had been evaporated. The samples were 

then frozen using liquid nitrogen, followed by lyophilization 

at −50°C to −55°C for 48 hours at 5 Pa (VirTis 6 K freeze-

dryer model EL, SP Scientific, Warminster, PA, USA). 

The lyophilized samples were stored at −20°C until further 

characterization. The samples were reconstituted at room 

temperature to the original volume using Milli-Q water.

characterization of Plga-BBs 
nanoparticles
The mean diameter, polydispersity index, and zeta 

potential of the samples were analyzed using a Zetasizer 

Nano ZS (Malvern Instruments Ltd). All measurements 

were performed on fresh and reconstituted samples after 

lyophilization. The mean nanoparticle diameter of the 

reconstituted samples after lyophilization was corrected by 

the medium viscosity measured in a low frequency vibra-

tion viscometer for each formulation after reconstitution 

(SV-10 Vibro Viscometer, A&D Company Ltd, Griesheim, 

Germany).32 The morphologic characteristics of the nano-

particles were viewed under a MIRA3 variable pressure 

field emission scanning electron microscope (Tescan, Brno-

Kohoutovice, Czech Republic) at an accelerating voltage 

of 5.0 kV. The fresh samples were applied onto aluminum 

stubs, dried, and sputter-coated with gold. The BBS loading 

in the PLGA nanoparticles was determined by CG-flame 

ionization detection after ultracentrifugation at 30,000 rpm 

for 40 minutes and pellet dissolution in acetone.

BBS release from the PLGA nanoparticles was deter-

mined using 150 mg of fresh sample under stirring in 5.0 mL 

of phosphate buffer (pH 7.4) at 37°C containing 0.5% w/w 

sodium lauryl sulfate. After 48 hours of analysis, the solution 

was centrifuged at 30,000 rpm for 40 minutes. The pellet was 

resuspended in acetone, and the amount of BBS was deter-

mined by CG-flame ionization detection. The BBS released 

was calculated by comparing to the amount of BBS loaded 

into nanoparticles, considered as 100%.

Results and discussion
extraction and characterization of BBs
After the babassu kernel extraction process, a viscous 

white oil was obtained that solidified at room temperature 

(extraction yield 8% w/w). 1H NMR and 13C NMR spectra 

showed a predominance of aliphatic, α-carboxyl, and vinyl 

hydrogens and the respective carbon atoms (Figure 1). The 

chromatographic profile of the oil after methylation showed 

the presence of even-chain carboxylic acids (Figure 2). 

Myristic acid was used as the external standard due to its 

abundance in the oil 17.92% ± 0.25%, and the internal 

standard, methyl pentadecanoate, was chosen because of 
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Figure 1 1h NMr (A) and 13c NMr (B) spectra for babassu oil.
Abbreviation: NMr, nuclear magnetic resonance.
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the absence of odd-chain fatty acids in BBS.33 The retention 

time of the external and internal standard was 28.0 minutes 

and 31.5 minutes, respectively. The calibration curve was 

performed at five levels on 3 consecutive days using the 

internal standardization method. The calculated slope was 

11.314 ± 0.343 and the intercept was 0.1703 ± 0.0064 

(average ± relative standard deviation). The linearity was 

adequate (r² = 0.9991). The intraday precision, determined 

by the relative standard deviation of six analyses of samples 

at the working concentration, was 0.56%. This value was 

accurate and linear over the range of concentrations used.34 

The amount of myristic acid per mg of BBS was calculated 

to be 17.9 throughout the analyses, using the linear regres-

sion method. This index was used for calculation of BBS 

loading into the nanosystems prepared.

characterization of nanocomposites
The results of the particle size distribution analysis obtained 

by laser diffraction for the Viscogel B8 dry powder show 

that the median diameter of the particles was 1.90 µm and 

that 90% had diameters less than 4.77 µm, confirming the 

clay microstructure reported in the literature.35 The spacing 

between the clay layers in the products obtained was evalu-

ated by X-ray diffraction analysis, which showed an increase 

in the clay basal spacing as a consequence of oil and PVP 

 intercalation.36 As observed in Table 1, the nanosystem interla-

mellar spacing obtained was approximately 41 Å for the T
0
 (the 

same value observed for T
1
 and T

2
) while the clay basal  spacing 
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Figure 2 gas chromatographic-mass spectrometric image of babassu oil.
Abbreviation: min, minutes.

Table 1 Interlamellar spacing obtained for the clay, clay-polymer, 
and nanocomposite containing BBs

Sample 2θ Å

VB8 3.3 26.50
VB8 + PVP 2.6 33.98
Nano T0 2.15 41.09
Nano T1 2.09 39.94
Nano T2 2.21 42.23

Note: Mean, n = 3.
Abbreviations: BBs, babassu oil; VB8, montmorillonite Viscogel B8®; PVP, 
polyvinylpyrrolidone K-30; Nano T0, BBs nanocomposite reacted during one hour; 
Nano T1, BBs nanocomposite reacted during 24 hours; Nano T2, BBs nanocomposite 
reacted during 72 hours.
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was approximately 26.5 Å. The clay-polymer basal spacing 

obtained by intercalation of PVP was approximately 34 Å. 

These results are in accordance with the literature and indicate 

the success of the intercalation process.35,36 This increase in the 

interlayer spacing of the BBS-clay-polymer suggests inter-

calation of BBS into the interlayer of the clay-polymer. The 

presence of BBS in the nanosystem was confirmed by  Fourier 

transform infrared spectroscopy (Figure 3), which showed a 

significant increase in absorption at 1,600–1,750 cm−1 and 

1,000–1,150 cm−1 due to carbonyl stretching and the carboxyl 

groups of the fatty acids present in the oil. Thermal analysis 

of the nanocomposite was performed by differential scanning 

calorimetry and thermogravimetric analysis (Figures 4 and 5). 

The differential scanning calorimetry curves for the BBS 

VB8 4.8600 mg

VB8 4.8600 mg

BBS 4.3400 mg

BBS 4.1400 mg

PVP K30 2 4.3000 mg

PVP K30 4.3500 mg

Nano BBS:PVP:VB8 (1:2:1) 4.6200 mg

Nano BBS:PVP:VB8 (1:2:1) 4.3100 mg

Physical mixture: BBS:PVP:VB8 (1:2:1) 4.25300 mg

Physical mixture: BBS:PVP:VB8 (1:2:1) 4.2500 mg

0 2

2
Wg−1

4 6 8 10 12 14 16 18 20 22 24 26

280260240220200180160140120100806040

min

°C

Figure 4 Differential scanning calorimetric thermograms for VB8, BBs extract, PVP, BBs nanocomposite (T0), and an equivalent physical mixture of the nanocomposite 
components (ratio of VB8 to PVP to BBs, 1:2:1). 
Abbreviations: BBs, babassu oil; PVP, polyvinylpyrrolidone; VB8, Viscogel B8®; min, minutes.
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Figure 3 Fourier transform infrared spectrum of VB8:PVP (blue) and nanocomposite (ratio of VB8 to PVP to BBs, 1:2:1) at different reaction times, ie, T0 (black), T1 (yellow), 
and T2 (red). 
Abbreviations: BBs, babassu oil; PVP, polyvinylpyrrolidone; VB8, Viscogel B8®.

www.dovepress.com
www.dovepress.com
www.dovepress.com


International Journal of Nanomedicine 2013:8 submit your manuscript | www.dovepress.com

Dovepress 

Dovepress

3135

Nanostructured systems containing babassu oil for BPh

0 10 20 30 40 50 60

100 200 300 400 500 600

70

700

80

800

90

900

min

°C

BBS 19.8230 mg

VB8 19.7060 mg
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Figure 5 Thermogravimetric analysis curves for BBs extract, VB8, PVP, BBs nanocomposite (T0) and an equivalent physical mixture of the nanocomposite components (PVP, 
VB8, and BBs). 
Abbreviations: BBs, babassu oil; PVP, polyvinylpyrrolidone; VB8, Viscogel B8®; min, minutes.

nanocomposite shown in Figure 4 indicate disappearance of 

the endothermic peak, which corresponds to polymer dehy-

dration at approximately 65°C in the formed nanosystem, and 

displacement of the endotherm related to water loss at 80°C in 

comparison with the physical mixture compatible with inser-

tion of a more lipophilic material in the PVP matrix. Absence 

of this endotherm is associated with insertion of PVP into the 

interlamellar space in combination with BBS extract, unlike 

what is observed in both the physical mixture and the polymer 

alone, indicating the nanocomposite obtention. In the physical 

mixture and in the nanocomposite analysis it is not possible 

to observe the endotherm related to the PVP glass transition 

temperature. The thermogravimetric analysis curves in Fig-

ure 5 show that the weight loss from nanosystem started at 

320°C and ended at 420°C, whereas for the equivalent physical 

mixture these temperatures were 300°C and 420°C, respec-

tively. PVP and VB8 did not show significant weight loss in this 

temperature range, only presenting about 14.0% of water loss 

at 390oC. The nanosystem  presented good thermal stability 

without indication of BBS degradation. The thermogravimetric 

analysis and differential scanning calorimetry curves indicate 

formation of the nanocomposite. Determination of the yield 

of BBS incorporation into the nanocomposite was performed 

by GC-MS. The inclusion yield was 98.7% for the shortest 

reaction time (one hour, T
0
) and this was selected as optimal 

for preparation of the BBS-clay-polymer nanocomposite.

characterization of BBs  
nanocomposite capsules
The nanocomposites showed visually high fluidity during the 

encapsulation process in the hard gelatin capsule. This behavior 

was not observed for physical mixtures that showed particle 

Table 2 Particle size distribution by laser diffraction and BBs 
released (as assayed by gas chromatography) from the capsules 
containing the nanocomposite in the dissolution test

Time 
(minutes)

Particle size distribution (μm) BBS 
released (%)a

d (0.1) d (0.5) d (0.9)

30 1,260.4 1,348.8 1,672.2 –
60 5.6 34.7 1,557.4 50.73 ± 12.97
120 4.9 18.3 48.8 89.12 ± 18.58

Note: aMean ± relative standard deviation, (n = 6).
Abbreviations: BBs, babassu oil; d(0.1), 10% of volume distribution is below this 
value; d(0.5), 50% of volume distribution is below this value; d(0.9), 90% of volume 
distribution is below this value.
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stickiness, which is not adequate for an efficient encapsulation 

or compression process. This difference is also evidence of the 

formation of a new material. The nanocomposite capsules had 

a mean weight of 647.5 ± 2.59 mg and a mean BBS content 

of 159.05 ± 4.21 mg, which is consistent with the PVP to 

Viscogel B8 to BBS ratio (2:1:1; w/w), indicating 25% w/w 

of BBS per capsule.

release of BBs from nanocomposite 
capsules
Dissolution of the nanocomposite capsules showed a high 

BBS release in simulated gastric fluid, especially given its 

predominantly lipid composition. Approximately 89.1% of the 

intercalated BBS was released within 120 minutes (Table 2). 

The results of average particle diameter analysis of the 

nanocomposite remaining in the dissolution test showed that 

smaller particles were found when BBS was practically fully 

released. Submicron particles (0.542 µm) were observed after 

420 minutes in the dissolution test. Thus, when the nanomate-

rial was divided into fine particles in the dissolution medium, 

BBS was released (Table 2). This result demonstrates the 

efficiency of the nanocomposites in enhancing release of BBS, 

potentially indicating adequate gastrointestinal absorption and 

action at BPH cell sites. This result is in accordance with other 

studies showing the efficiency of sustained intestinal delivery 

of drugs using intercalation of drugs within the interlayer space 

of montmorillonite as a drug delivery device.35–38

characterization of Plga-BBs 
nanoparticles
The nanoparticles were obtained using the nanoprecipitation 

method.16,22 Solvents, ie, dichloromethane, ethyl acetate, and 

acetone, were tested to obtain nanoparticles with the required 

properties. Acetone was the solvent that best solubilized BBS 

and PLGA, and has less toxicity and poses a lower risk to 

human health than the other solvents. The volatility of acetone 

accelerated the process of nanoparticle preparation, creating 

a system with greater uniformity.39,40 As shown in Table 3, 

PLGA to BBS weight ratios of 5:1, 3:1, and 2:1 were evalu-

ated. All the ratios were effective in formation of nanoparticles 

in terms of the measured size distribution. The sizes of the 

particles remained stable even after 3 days of preparation. 

After this period, the nanoparticles were lyophilized using 5% 

w/v trehalose as a cryoprotectant. The particle sizes after lyo-

philization were approximately 355 nm, 360 nm, and 260 nm 

for Np (nanoparticle)1, 2, and 3, respectively (Table 3). The 

results show that varying the ratio of PLGA to BBS caused a 

slight change in the dimensions and other measured properties 

of the nanoparticles (Table 3). However, during preparation 

of the nanoparticles, significant aggregation of PLGA was 

detected visually when 5:1 and 3:1 mass ratios were used. BBS 

loading was less than 10% for all of the tested ratios. The nano-

particles with a ratio of PLGA of BBS of 2:1 showed the least 

Table 3 Mean particle size, polydispersity index, and zeta potential of Plga nanoparticles immediately after preparation, on the third 
day, and after lyophilization

PLGA-BBSa Parameters Before lyophilization After lyophilization

Day 1 Day 3

control 150 mg:– MD (nm) 
PD 
ZP (mV)

226.4 ± 1.64 
0.060 ± 0.023 
−30.9 ± 0.304

201.8 ± 0.935
0.053 ± 0.026
−14.1 ± 0.484

243.9 ± 2.55 
0.201 ± 0.016 
−10.5 ± 0.128

Np1 250 mg:50 mg MD (nm) 
PD 
ZP (mV)

295.0 ± 2.20 
0.246 ± 0.016 
−44.0 ± 1.14

288.8 ± 3.18
0.165 ± 0.006
−12.9 ± 1.08

355.3 ± 5.50 
0.295 ± 0.009 
−8.69 ± 1.01

Np2 150 mg:50 mg MD (nm) 
PD 
ZP (mV)

262.2 ± 1.41 
0.168 ± 0.013 
−44.0 ± 0.683

244.4 ± 2.72
0.139 ± 0.022
−10.3 ± 0.866

360.1 ± 6.52 
0.423 ± 0.011 
−2.43 ± 0.189

Np3 100 mg:50 mg MD (nm) 
PD 
ZP (mV)

271.0 ± 3.38 
0.195 ± 0.005 
−41.0 ± 0.267

247.4 ± 1.61
0.147 ± 0.035
−17.4 ± 0.641

259.7 ± 2.41 
0.234 ± 0.017 
−13.9 ± 1.44

Notes: Mean ± standard deviation (n = 3). aPlga:drug was dissolved in 5 ml of acetone, poured into 30 ml of Pluronic 0.5% w/v.
Abbreviations: BBs, babassu oil; MD, mean diameter (calculated as z-average); Np, nanoparticle; PD, polydispersity index; Plga, poly(lactic-co-glycolic acid); ZP, zeta 
potential.

Table 4 composition of nanoparticles based on the Np3 
formulation

Components Np3a Np3b Np3c Np3d Np3e

BBs (mg) 50 50 50 50 50
Plga (mg) 100 100 100 100 100
acetone (ml) 5 5 10 10 10
Pluronic
 (ml) 30 30 30 15 15
 (%) 0.5 1 0.5 0.5 1

Abbreviations: BBs, babassu oil; Np, nanoparticle; Plga, poly(lactic-co-
glycolic acid).
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visible agglomeration. Due to the lesser aggregation observed 

for the 2:1 ratio, this formulation was submitted to different 

protocols (Table 4) to optimize the process by reducing loss 

of PLGA by agglomeration. PLGA loss was addressed by 

increasing the volume of acetone used to dissolve the PLGA 

(Np3c, Np3d, and Np3e). The concentration and volume of 

the Pluronic solution were also tested, but its influence on 

particle size was minor. Using 10 mL of acetone and 0.5% 

w/v Pluronic (Np3c and Np3d), nanoparticle suspensions were 

formed with suitable diameters (Table 5). A larger amount of 

acetone was necessary to increase BBS loading because all 

of the nanoparticles prepared with 5 mL of acetone had less 

than 10% BBS loading. The Np3c and Np3d formulations 

had a lower mean particle size that was maintained for 7 days 

of storage with a suitable polydispersity index (Table 5). 

Loadings in excess of 90% were achieved for Np3c and Np3d 

(Table 6). Figure 6 shows scanning electron micrographs of 

the Np3c and Np3d nanoparticles. The nanoparticle images 

show a spherical morphology, highly regular, and adequate 

to vectorize BBS for BPH cells.

Potential applications  
in BPH therapy
Nanoparticles act as potential carriers for several classes 

of drugs and macromolecules, and more recently, for plant 

extracts.41 The long-term effect of single and combination 

therapy with synthetic drugs and surgical removal of the 

prostate do not indicate unequivocal improvement in quality 

of life for a man with BHP.1,4,42 BPH is a disease associated 

with a significant inflammatory component. The previously 

described anti-inflammatory and antiproliferative effects 

of BBS in cells indicate that its use in nanosystems could 

be effective in treating this disease, and with fewer side 

effects.5–9 The nanotechnology approach to BPH therapy has 

not been studied, despite being promising by providing more 

Figure 6 scanning electron micrographs of Np3c (A) and Np3d (B).
Abbreviation: Np, nanoparticle.

Table 6 Quantity of BBs included in the preparation process for 
nanoparticles and percentage of BBs loading in Np3c and Np3d

Formulation Initial BBS mass (mg) Loading (%)

Np3c 55.9 95.31 ± 1.22
Np3d 70.0 90.97 ± 1.14

Note: Mean ± standard deviation (n = 3).
Abbreviations: BBs, babassu oil; Np, nanoparticle.

Table 5 Mean particle size, polydispersity index, and zeta potential of BBs-Plga nanoparticles based on Np3 formulation

Parameters Np3a Np3b Np3c Np3d Np3e

0 day
MD (nm) 256.1 ± 0.846 262.3 ± 1.10 221.7 ± 3.72 209.2 ± 1.31 278.4 ± 3.80
PD 0.260 ± 0.008 0.196 ± 0.008 0.181 ± 0.012 0.145 ± 0.010 0.130 ± 0.005
ZP (mV) −45.4 ± 0.821 −37.6 ± 0.350 −32.3 ± 0.466 −15.8 ± 1.03 −22.7 ± 0.530
7 days
MD (nm) 220.5 ± 1.98 294.5 ± 4.36 225.7 ± 0.720 208.1 ± 1.44 252.2 ± 1.48
PD 0.132 ± 0.027 0.173 ± 0.017 0.164 ± 0.014 0.249 ± 0.003 0.214 ± 0.022
ZP (mV) −27.7 ± 0.851 −18.7 ± 0.918 −21.8 ± 0.380 −13.9 ± 1.04 −27.5 ± 0.477

Note: Mean ± standard deviation (n = 3).
Abbreviations: BBs, babassu oil; MD, mean diameter (calculated as z-average); Np, nanoparticle; PD, polydispersity index; Plga, poly(lactic-co-glycolic acid); ZP, zeta 
potential.
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controlled drug release and reducing the frequency of drug 

administration. Our group investigated the in vitro effect of a 

BBS nanocomposite on BPH stromal cell and tissue cultures, 

focusing on morphologic changes, proliferation, viability, 

necrosis, and induction of apoptosis.8 The results showed 

in vitro evidence that this nanosystem exerts antiproliferative 

and apoptotic effects in BPH primary cell and tissue cultures, 

demonstrating that nanosized drug delivery systems can be 

a valuable alternative approach to treating BPH.8 In vivo 

studies must be performed with the BBS nanocomposite in 

order to confirm its therapeutic efficacy.

PLGA has been used as a delivery vehicle for chemothera-

peutic drugs, and studies have demonstrated that these nano-

carriers can significantly enhance the antitumor efficiency 

of such drugs.23–25 PLGA allows extended release of loaded 

molecules as well as vectorization of the drug, and these 

properties make this polymer very attractive in the treatment 

of BPH.18–21 Verma et al evaluated the biological safety of 

PLGA nanocarriers by investigating in vitro cell-nanosystem 

interactions with a focus on cellular accumulation and cyto-

compatibility in human cells. The in vivo biocompatibility of 

PLGA nanoparticles was also shown using a mouse model to 

evaluate oxidative stress.43 The biocompatibility and thera-

peutic efficacy of PLGA-BBS nanoparticles demonstrated 

in this work will be tested in a separate study.

Conclusion
In this work, two BBS-containing nanostructured systems were 

developed. These nanosystems were obtained by intercalation 

of BBS in the interlamellar spaces of the nanocomposites 

containing PVP and Viscogel B8 and by encapsulation of BBS 

in PLGA nanoparticles. Both systems had BBS incorporation 

rates higher than 90%. The systems differed in extent of BBS 

release. The PLGA-BBS nanoparticles could be expected 

to have a prolonged release profile compared with the BBS 

nanocomposite, which showed rapid drug release. To determine 

the effectiveness and cytocompatibility of PLGA-BBS 

nanoparticles, in vitro studies would be required using a cell 

line, such as BPH, as performed for the BBS nanocomposite. 

The combination of the two obtained systems at the same 

dosage must be tested in models as new therapy for BPH.
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