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Abstract – This paper presents the design and manufacture of Surface
Acoustic Wave (SAW) strain sensors which can be produced in a uni-
versity environment. These sensors can be interrogated wirelessly and
operated without a power supply, which allows for greater measure-
ment flexibility than conventional strain gauge systems.

The design of an optimised sensor requires accurate experimental
data on a number of process parameters and configurations, which for
this project requires the testing of several prototype designs. The large
prototyping costs typical of SAW devices can be significantly reduced
if the design and manufacturing processes are integrated. This paper
outlines such a system, where device function and processing issues
are integrated at each stage. The result is a range of sensors which
have been “designed for manufacture”, optimising both the variety of
devices per wafer and the yield.
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I. INTRODUCTION

New sensor technology is an important aspect of future

Intelligent Transportation Systems (ITS), which aim to best

utilise existing infrastructure and provide sustainable transport

solutions. A practical Weigh-in-Motion (WIM) system (i.e.

one which calculates the gross vehicle weights of heavy ve-

hicles travelling at highway speeds [1]) could be a key ITS

application, providing:
1. Vehicle taxation based on gross vehicle weight, distance

travelled, exhaust emission class etc.

2. Regulatory enforcement of maximum vehicle weight, to

improve public safety.

3. Fleet management for hauliers.

4. Vehicle condition monitoring for preventative mainte-

nance.

5. Point of delivery weighing and billing of bulk loads.
To date, no low-cost WIM system has been available for

real-time measurements, i.e., at arbitrary positions on the road

network. Existing systems are either road-based, which only

provide point measurements, or vehicle-based, which require

expensive transducers and long installation times.

In this project, it is proposed that strain-sensitive Surface

Acoustic Wave (SAW) sensors will be used to measure axle

strain on Heavy Goods Vehicles in real-time, and that this will

be used to infer the gross weight of the vehicle. SAW sensors

can be operated both passively and wirelessly [2],[3], and are

well suited to automotive applications [4],[5]. An added ad-

vantage is that the sensors can operate within a wide tempera-

ture range, which is essential for operation in extreme climates.

Figure 1 shows the proposed system layout, as implemented in

a fleet management system for hauliers. Each SAW sensor is

networked using a wireless RF link to a central interrogation

unit, which collects and processes the strain information to cal-

culate vehicle weight. This data is then passed via a standard

interface to a commercial off-the-shelf (COTS) vehicle track-

ing unit, which incorporates a GSM link for data transmission

to the fleet control centre. Thus the haulier can monitor both

vehicle position and weight at any time.

This paper focuses on the design and manufacturing pro-

cesses used to transform SAW sensor specifications into phys-

ical devices for testing. The traditional method of producing

SAW devices is described, and an integrated design and man-

ufacturing process flow is then presented. This integrated sys-

tem is more suitable for low-volume research purposes in a

university environment as it allows a larger variety of proto-

type designs to be created, and affords more visibility of the

manufacturing process to aid future design work.

II. PROPOSED APPROACH

The design of an optimised sensor requires accurate exper-

imental data on a number of process parameters and device

configurations, which for this project requires the testing of

several prototype designs. Traditionally, a client who requires a

custom-designed SAW device (e.g. for a new communications
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Fig. 1. Layout of Real-Time Weigh-in-Motion (RTWIM) system

application) specifies a number of important parameters (e.g.

resonant frequency, amplitude of resonant peak etc.) required

of the device to the SAW manufacturer, who then produces a

prototype wafer of devices. These experimental devices are

usually adapted from existing designs, and are tested to se-

lect the best design for production. While successful for main-

stream SAW devices (which are produced in bulk and used for

electronic applications), there are two major disadvantages for

SAW sensor research:

1. Cost of development: the cost of a design run, which may

have to be iterated as specifications change, is prohibitive

for a university research project. These prototyping costs

are excessive given the small production volumes used for

research purposes.

2. Separation of design and manufacture: for research pur-

poses it is essential that each stage of the project is ‘visi-

ble’, i.e., that the processes used can be easily examined.

This is especially true of this project, as both the electrical

and mechanical characteristics of the SAW sensors need

to be considered. Mainstream SAW manufacturers use

proprietary techniques to fine-tune device performance,

effectively separating the design and manufacturing pro-

cesses.
In light of these disadvantages, it was decided to implement

an integrated design and manufacturing system for this project,

which will allow the devices to be fabricated in a university

research environment. Figure 2 shows a flowchart for the sys-

tem. At each stage of the process, the different (and sometimes

conflicting) requirements of design and manufacturing must be

considered. This coordinated approach should reduce produc-

tion problems, as the sensors have effectively been “designed

for manufacture”. Production costs are significantly reduced

as the devices can be produced in small microelectronics lab-

oratories, and at every stage the effect of design decisions on

production can be examined.
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Fig. 2. Flowchart for design/manufacturing process

The initial inputs to the system are the SAW sensor specifi-

cations. These describe the sensors’ behaviour both as a wire-

less, passive device and as a strain sensor. The wireless, pas-

sive measurement capabilities are only useful if the sensors can

operate according to existing standards for low-power RF de-

vices (e.g. [6]). Similarly, the performance of the devices as

strain sensors must be comparable to that of existing foil re-

sistive strain gauges. Following an evaluation of the specifica-

tions, the finished sensors should have the following attributes:

• Low attenuation: the sensors are passive, and thus inser-

tion attenuation must be minimised to return the maxi-

mum signal power.

• Selective bandwidth: due to fabrication constraints and

European frequency regulations [6], the devices are re-

stricted to wireless operation within the European ISM

band of 433.05-434.79MHz, which is quite narrow for

a multi-sensor environment. Strain sensitivity must be

such that the measurand can be detected over the oper-

ating range, without interfering with the response from
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other sensors.

• Clearly defined sensor response: the RF channel is likely

to be noisy, with interference from the vehicle and from

other devices in the frequency band.

• Consistent, space-independent interrogation: the multiple

sensors will be distributed around the vehicle, and thus

will have different signal paths, lines-of-sight etc. The

position of the sensor should not affect the resolution of

the measurement.

The subsequent process steps are described below:

1. SAW device type selection: the first process stage is the

choice of SAW device to be developed as a sensor. Ba-

sic device types include SAW resonators and SAW delay

lines [7]. The 1-port SAW resonator was chosen for devel-

opment, as it combines narrowband operation, low device

attenuation, low interrogation system cost [8] and small

die size: all of these characteristics are required for the

RTWIM sensors. The manufacturing steps for most types

of SAW device are common, and thus the performance

of the available photolithography equipment (a Karl Süss

MJB3 mask aligner) is the only input here.

2. Substrate selection: Rayleigh-type SAW were chosen as

the wave type for the sensors, and for optimum perfor-

mance the piezoelectric coupling should be maximised

and temperature dependence minimised. For multiple

sensor operation within the ISM band, narrowband be-

haviour is preferable. ST-cut quartz displays both low

temperature dependence at room temperature [9] and nar-

rowband piezoelectric performance. The piezoelectric

coupling can be maximised by appropriate choice of prop-

agation direction (0◦ and 35◦ in this case) [10]. Many

sizes of wafer are available at reasonable cost.

3. Multiple sensors: several sensors will be required in the

measurement system, and this must be considered early

in the design cycle. As the SAW resonator was cho-

sen for development, Frequency Division Multiple Access

(FDMA) [11] may be used for interrogation of multiple

devices. The operating frequency of each sensor is largely

dependent on the SAW velocity vs (which is a function

of the SAW propagation angle on the substrate) and the

electrode pitch p [9]. Tight control of electrode linewidth

is thus needed to maximise the number of sensors in the

band. In order to minimise variations in electrode widths

due to rounding of dimensions, the photomask was de-

signed to match the 8.33nm address size of the photomask

machine (an Etec Systems Alta3000). Three different fin-

ger widths (1.82427, 1.81594 and 1.80761µm) were cho-

sen, which give a range of operating frequencies close to

the ISM band. This choice of machine-matched dimen-

sions will show the effect of data conversion and machine

tolerance on mask dimensions: ±0.05µm is expected.

This spread of device frequencies will allow a wider study

of the parameters affecting SAW strain sensors (see be-

low).

Fig. 3. Rendered view of Die 02

4. Wafer layout: modern SAW devices for communications

have a surface area of c. 2x1mm, which makes them

far too small for manual handling as strain sensors. A

nominal die size of 6x6mm was chosen for the SAW sen-

sors, allowing compatibility with existing strain gauges,

space for different electrode configurations and connec-

tion pads for external antennas and circuits. Larger die of

7.5x7.5mm were used for ‘multiple’ sensors, where sev-

eral SAW resonators on a single die are used for measure-

ment. The wafer layout is designed for easy dicing into

individual sensors, and on a 3” wafer yields 48 single and

18 ‘multiple’ sensors.

5. Die details: as the sensors have been custom designed

for the project, there is scope to prototype many differ-

ent varieties of device. Centre frequencies, reflector bank

sizes etc. have been varied across the wafer, giving 24 sin-

gle and 9 ’multiple’ sensor types. This will allow a novel

parametric study of device specifications for SAW strain

sensors.

III. RESULTS

The main output of this design and manufacturing process

was a photomask design, and the resulting mask is being used

in a lift-off photolithography process [12] to produce the SAW

sensors. An example of a sample die from the photomask is

shown in Figure 3. The SAW resonator structure is in the cen-

tre of the die, with connection pads on each side; orientation

marks are also added for installation purposes. A section of

the resonator structure is shown in Figure 4. As mentioned

above, linewidth control is essential to ensure a narrow spread

of device frequencies. Variations in linewidth from the orig-

inal design are caused primarily by manufacturing tolerances

on the photomask machine; rounding during data conversion
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Fig. 4. Closeup of electrode structure of Die 02
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Fig. 5. Linewidth error across a grating section

accounts for a small error. Figure 5 shows the measured error

in linewidth across an electrode section: nominal linewidth is

1.80761µm. The photomask dimensions all lie within the spec-

ified ±0.05µm tolerance. Small deviations in sensor operating

frequency due to linewidth bias can be corrected by adjusting

the wave propagation direction and/or the electrode thickness.

Preliminary resist patterns of a sample sensor are shown

in Figure 6. Although the available manufacturing equipment

was a key consideration during the design process, the expo-

sure and development times during fabrication must still be

optimised manually [13]. This optimisation is essential in or-

der to produce the required high-definition resist patterns. The

wafers can then be metallised by sputtering or evaporation to

produce the sensor electrodes and grating elements. Individ-

ual die can subsequently be tested as standard SAW devices

Fig. 6. Resist pattern of grating section

(e.g. for measurement of resonant frequency, quality factor,

response bandwidth) before implementation as strain sensors.

Although the optimisation is still in progress, some prelimi-

nary results may be drawn. The integration of design and man-

ufacture provides a relationship between the critical dimen-

sions in a design and those on the actual device. This allows

future designs to be designed and manufactured to tighter fre-

quency tolerances. A consequence of this is that more sensors

can be designed to operate in a narrow frequency band, which

is a crucial requirement for a multi-sensor environment like

RTWIM. The wide variety of device designs will provide ex-

perimental data over a range of configurations, which can then

be used as parameters for device modelling techniques such as

Coupling-of-Modes (COM) analysis [14],[15].

IV. CONCLUSIONS

In summary, an integrated design and manufacturing sys-

tem has been implemented for Real-Time Weigh-in-Motion

SAW strain sensors. This system manages the development

of SAW sensors from basic specifications to finished devices,

while increasing process visibility and lowering costs relative

to traditional design and manufacturing processes. The result-

ing devices have thus been custom designed for a demanding

multi-sensor environment.
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