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Control of interchain separation enables the optical properties of polymer thin films to be altered.
We present a thin film preparation technique that increases the free volume fraction in spin coated
polymer thin films resulting in reduced interchain interaction. The polaron yield, measured using
photoinduced absorption, was significantly reduced as a direct result of the increased interchain
separation, leading to a higher value for the measured photoluminescence efficiency. Impedance
spectroscopy showed an increase in permittivity, probably due to greater polarizability. Increases
approaching one order of magnitude were observed for direct current hole conductivity and mobility
values. Space charge limited conduction analysis suggests a narrowing of the highest occupied
molecular orbital band tail on treatment resulting in reduced trapping. Single layer light emitting
devices prepared using this technique were found to be significantly brighter and to have longer
operating lifetimes. ©2004 American Institute of Physics.@DOI: 10.1063/1.1719261#

I. INTRODUCTION

The availability of organic display1 technologies offers a
viable alternative to existing display technologies in terms of
cost, ease of fabrication, and viewing angle. The next logical
step, an electrically pumped organic laser2,3 would revolu-
tionize the world of optical communications and data stor-
age. Some limitations however do exist in terms of low lu-
minescence efficiency, low charge carrier mobility, and
device stability. These and other issues have been high-
lighted as limiting factors in the fabrication of such a
device.4–6

Thin polymer films exhibit significantly lower photolu-
minescence~PL! efficiencies than low concentration solu-
tions of the same material. Aggregate formation at high con-
centration results in poor luminescence efficiency due to the
formation of subgap states that can dissociate excitons.7,8

Previously, samples prepared by a thin film preparation
technique,9 known as thetreatedtechnique, were calibrated
for PL efficiency and photostability.10 The treatment was
found to significantly improve these two properties by ad-
dressing the issue of aggregation. The treated films were spin
coated in an inert atmosphere from degassed solutions and
baked under vacuum. The film thickness increased by;30%
and the PL efficiency by 27%. These increases were calcu-
lated as a percentage of the values obtained for conventional
polymer films that were prepared in ambient conditions from
nondegassed solutions. Both of these were attributed to in-
creased interchain separation brought about by the alteration

of the film morphology due to the fabrication technique used.
Such an increase would lead to a reduction in the formation
of polarons and nonradiative quenching routes, resulting in
increased PL efficiency. A thin film formation technique that
addresses this polymeric property would have important im-
plications for the future development of optical organic de-
vices.

The main focus of this work is to study the electrical
properties of the treated polymer films relative to conven-
tional polymer films. Direct and alternating current measure-
ment techniques were used to investigate any differences re-
sulting from the changes in film morphology. The
relationship between the polymer thin film preparation tech-
niques and polaron formation was studied for both an un-
treated and a treated polymer film using photoinduced ab-
sorption spectroscopy. Light emitting devices~LEDs! were
fabricated using both conventional and treated thin film
preparation techniques to enable the effects of the increased
PL efficiency and increased interchain separation to be stud-
ied in practical devices.

II. MATERIALS AND EXPERIMENTAL METHODS

The copolymer poly~m-phenylenevinylene-co-2,5-
dioctyloxy-p-phenylenevinylene! ~PmPV! was used in this
work. The incorporation of themetalinkage on the phenyle-
nevinylene co-unit is in an attempt to blue shift the absorp-
tion and luminescence spectra relative to poly~p-
phenylenevinylene! ~PPV! by restricting the conjugation
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length and thus limiting exciton diffusion to lower energy
segments of the polymer chain. A blue shift of the absorption
and PL maxima compared to the corresponding allpara-
phenylenevinylene copolymer has been observed.11

The PmPV used in this work was synthesized by the
Organic Materials Synthesis section of Materials Ireland
Polymer Research Center in Trinity College Dublin.12 Two
different synthesis reactions have been used with three sol-
vents to give six different synthesis pathways for the
polymer.13 The Horner-Emmons polycondensation reaction14

in dry toluene was used to synthesize the PmPV for this
work. The chemical structure of PmPV is shown in Fig. 1.

Photoinduced absorption~PA! spectroscopy was per-
formed to study the relationship between film forming tech-
niques and polaron formation for neat thin films of PmPV
prepared using the conventional and treated techniques. Both
film types were prepared from 25 g/l toluene solutions of
PmPV and spin coated at 400 rpm on Spectrosil B substrates.
The samples were excited by an amplitude-modulated pump
beam and changes in the transmission of a probe beam were
measured by lock-in amplification of a photodetector. The
457.9 nm line of an argon ion laser at a power density of 30
mW cm22 was used as the pump beam and a monochromated
tungsten white light source was used as the probe. The probe
light transmitted through the sample was passed through a
monochromator set to the same wavelength as the probe
beam. The use of multiple detectors and gratings enabled the
PA spectrum to be investigated between 500–1800 nm. The
pump beam was modulated at 120 Hz by an acousto-optical
modulator and the spectra were measured in a cryostat, under
vacuum at 80 K. The PA spectrum is defined as the normal-
ized change in the transmission of the probe beam (DT/T).
The lock-in amplifier simultaneously measures the in-phase
and quadrature signals, which can be compared to determine
the excitation lifetime15 and correlate different PA bands. By
measuring the dependence of the PA signal on the laser
power it is possible to identify the species responsible for the
observed absorption.

For electrical characterization, patterned bottom contacts
were deposited on glass substrates by sputtering. PmPV films
were then spin coated on top of the bottom contact from a 25
g/l toluene solution, at 400 rpm for 60 s. Finally the top
contacts were deposited, by thermal evaporation or sputter-
ing, depending on the metal being deposited. Electron and
hole only currents were obtained using aluminum~Al ! and
platinum~Pt! contacts, respectively. Their work functions are
approximately 4.28 eV and 5.65 eV, respectively, varying
slightly depending on deposition parameters. LEDs were
prepared using indium tin oxide~ITO! and aluminum as the

hole and the electron injecting electrodes, respectively. All
devices were tested in a purpose built test rig. Contacts were
made using conductive silver paint and pressure probes. The
probes were connected to a Keithley 2400 source measure
unit for direct current~dc! measurements and a Zahner Elec-
tric IM6e Impedance Spectrum Analyzer for alternating cur-
rent ~ac! measurements. The devices were tested in an argon
atmosphere. For ac measurements a 5 mValternating voltage
was applied in all measurements. The initial run was re-
corded at 0 V dc bias, while subsequent runs were recorded
with either positive or negative dc bias incrementing in 1 V
steps to64 V. Data was recorded between 0.1 Hz and 1
MHz for all measurements. Devices were reverse biased,
while measuring the dc biasedI –V characteristics, to check
for symmetricalI –V behavior, which is to be expected from
unipolar devices.

III. OPTICAL CHARACTERIZATION

The ultraviolet-visible absorption spectra of the conven-
tional and treated films are shown in Fig. 2. It is immediately
evident that the absorption coefficient~a! is larger in the
treated film. With a;30% film thickness increase in the
treated films resulting from an increased interchain separa-
tion, a reduction ina would be expected. However the ob-
served behavior may be due to an increase in the oscillator
strength caused by the reduction of interchain interactions
associated with increased free volume in the treated film.
Changes in the orientation of polymer chains within the plain
of the film could influence the absorption as measured using
normal incidence light and may also be a contributory factor
in the observed differences. The normalized photolumines-
cence spectra are also shown in Fig. 2, with a 7 nmbroad-
ening towards the blue evident in the treated film. It is noted
that this results from the quenching of the 510 nm peak in
the conventional film relative to the treated film. Morphology
changes in the treated film would account for this. An in-

FIG. 1. The chemical structure of the repeat unit of the copolymer poly~m-
phenylenevinylene-co-2,5-dioctlyoxy-p-phenylenevinylene!.

FIG. 2. Absorption and normalized photoluminescence of PmPV in the
solid state for conventional~open circle! and treated~open inverted triangle!
films.
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crease in interchain separation would result in the formation
of fewer aggregates, resulting in a broadening towards
shorter wavelengths.

The strongest evidence supporting the argument for in-
creased interchain separation in the treated films comes from
the photoinduced absorption experiment. Figure 3 clearly
shows a significant reduction in the polaron population of the
treated film relative to the conventional film. This is evident
in the change in intensity of the peak at 550 nm. The two
absorptions shown in Fig. 3 at 550 nm and 660 nm were
assigned to polarons and triplet excitons, respectively, by
measuring their dependence on the pump beam power. Life-
times were measured to be 0.4460.02 ms for both excita-
tions in both film types at 80 K. It should be pointed out that
quadrature plots are shown in Fig. 3, as correcting the in-
phase plots for PL proved inaccurate. No other PA peaks
were observed beyond 950 nm. Polarons in PmPV are pre-
dominantly formed through interchain separation as previ-
ously reported for neat PmPV films and PmPV/polystyrene
blends.10,16 This result indicates that there is increased inter-
chain separation in the treated film, agreeing with film thick-
ness measurements for treated films relative to conventional
films. The reduction in polaron formation contributes to-
wards the increased PL efficiency measured in the treated
film relative to the conventional film. The PL efficiency was
measured with excitation at 354 nm using an integrating
sphere.
The pump wavelength used for the PA was in the tail of the
absorption for PmPV. This could give rise to differences in
the PL compared to spectra taken with shorter pump wave-
lengths, due to the excitation of aggregate species, thus in-
fluencing the PA absorptions measured. It was however noted
that PL spectra for PmPV taken at the absorption maximum
of 407 nm had the same line shape as spectra taken at 457.9
nm. It should also be considered that the increases in free
volume associated with the treated film would result in a

lower refractive index. This would increase the light output
coupling efficiency by increasing the critical angle for
waveguiding and could also be a contributory factor in the
measured PL efficiency increase.

These results correlate reduced polaron photogeneration
with enhanced PL quantum yield and increased free volume
within the polymer film. Interchain aggregation can enhance
polaron photogeneration,17 which in turn will reduce the PL
quantum yield. Polarons quench singlet excitons18 and if the
excited state absorption and PL spectra overlap, excited state
absorption will also reduce the PL yield. The strong overlap
of the excited state absorption due to polarons and the fluo-
rescence in PmPV makes solid state lasing applications un-
likely for this material. This is highly evident in amplified
spontaneous emission~ASE! experiments. Spectral narrow-
ing under high intensity laser illumination in ASE waveguid-
ing geometries has not been observed in PmPV despite hav-
ing been observed in other PPV derivatives.19 This has been
attributed to the quenching of fluorescence due to polaron
absorption and high waveguide losses due to scattering
caused by the polycrystalline nature of PmPV.20,21Lasing has
however been reported for PmPV in solution,22 supporting
the argument that interchain interactions reduce with increas-
ing interchain separation.

IV. AC AND DC ELECTRICAL CHARACTERIZATION

The focus of this section is to investigate the effect of
treatment on the electrical properties of the polymer films. To
this end dc current voltage measurements and ac impedance
studies were carried out at room temperature. The frequency
dependent electrical behavior of a semiconductor is de-
scribed by the complex impedanceZ(v):

Z~v!5R~v!1iXc5R~v!1i
1

vC~v!
, ~1!

whereR(v) is the resistance,Xc(v) is the capacitive reac-
tance, andC(v) is the capacitance. Alternatively, a semicon-
ductor film sandwiched between electrodes in a planar geom-
etry can be modeled as an equivalent circuit consisting of a
resistor and capacitor in parallel with a shunt resistor (Rs) in
series. The total complex impedance of the equivalent circuit
is then given by

Z5Rs1
R2ivCR2

11~vCR!2 . ~2!

The raw frequency dependent real and imaginary impedance
data was fitted to Eq.~2! using a Levenberg-Marquardt non-
linear least squares fitting routine23,24 with R and C as free
parameters. ReZ and ImZ were fitted individually and si-
multaneously, resulting in three solutions forR and C. An
example of a ReZ and ImZ vs angular frequency plot and
the least squares fit, for platinum electrodes, is shown in
Figs. 4~a! and 4~b! for a conventional and treated film, re-
spectively. In both graphs the dc bias is 0 V. These plots have
been normalized for film thickness and clearly show that the
resistance of the treated film is lower than that of the con-
ventional film. This can be gauged by the value of ReZ at
low frequency. It is noted that the individual fits are obscured

FIG. 3. Quadrature photoinduced absorption spectra for the conventional
~open circle! and the treated~open inverted triangle! films. The reduction in
the polaron peak at 550 nm in the treated film is clearly evident relative to
the conventional film.
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in the plot due to the excellent correlation between the si-
multaneous fits and the individual fits to ReZ and ImZ.

If a significant energy mismatch exists between the
Fermi energy of an electron~hole! injecting electrode and the
lowest unoccupied molecular orbital~LUMO! @highest occu-
pied molecular orbital~HOMO!#, a Schottky barrier may be
formed at the interface. Depending on the relative positions
of the Fermi energy and the LUMO~HOMO! the subsequent
alignment of the Fermi energies may result in the formation
of a depletion region due to the presence of impurity dop-
ants. As the work function of Al is greater than the electron
affinity for organics in general, depletion region formation is
more likely than charge accumulation. When the data shown
in Fig. 4 is presented in Cole-Cole format~inset!, a single
semicircle is observed. This suggests that the film acts as a
single layer, suggesting either the absence of a depletion re-

gion or that the film is fully depleted. In order to rule out the
latter possibility the capacitance was measured as a function
of applied voltage. Application of a voltage to such polymer-
metal contacts acts to change the width of any depletion
region present, thus altering the capacitance. However, in the
voltage range studied the capacitance was found to be inde-
pendent of voltage for both device types. This is strong evi-
dence against the presence of a Schottky barrier in any of the
samples studied here suggesting reasonably Ohmic contacts
in all cases. This is supported by current-voltage (I –V) data
presented in Fig. 5.

The real and imaginary impedance data shown in Fig. 4
can be transformed to give the frequency dependent capaci-
tance. For all films the capacitance was constant in the fre-
quency range 12 Hz–1 MHz. Variations were observed be-
low 12 Hz. This allows the calculation of the relative
permittivity (« r) of the two film types both from the fre-
quency dependent capacitance and from the fits of the im-

FIG. 4. ReZ ~solid circles! and uIm Zu ~solid inverted triangles! vs angular
frequency, for~a! a conventional and~b! a treated PmPV film. The indi-
vidual ~dotted line! and simultaneous~solid line! fits are also shown. Both
devices were prepared using platinum electrodes. The ac bias is 5 mV and
the dc bias is 0 V. Both plots have been normalized for film thickness. It is
noted that the individual fits are obscured in the plot due to the excellent
correlation between the simultaneous fits and the individual fits to ReZ and
Im Z. The Cole-Cole plot for the data is shown in the inset.

FIG. 5. ~a! log I vs logV plot for a conventional~open circle! and a treated
~open inverted triangle! PmPV film using aluminum electrodes.~b! log I vs
log V plot for a conventional~open circle! and a treated~open inverted
triangle! PmPV film using platinum electrodes. Linear, quadratic, and non-
linear fits to the data are shown.
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pedance to Eq.~2! with both methods giving very good
agreement. The values calculated show a clear distinction
between the conventional and the treated film types. The
values measured were 6.260.4 and 7.560.6, respectively.
This represents a 21% increase in the value of« r in the
treated film. Changes in the macroscopic parameter« r di-
rectly correlate to changes in the microscopic polarizability
of a material as described by the Clausius-Mossotti equation.
The higher value for« r measured in the treated films is evi-
dence of increased polarizability. This is almost certainly due
to a reduction of interchain interactions as a result of in-
creased interchain separation.25 Thus the increase in« r con-
firms the increased interchain separation inferred from the
film thickness, absorption, PL, and photoinduced absorption
measurements.

It should be noted that the values measured for« r are
larger than values previously reported26,27 for conjugated
polymers. It is however noted that some authors have also
reported similar values28,29 to the ones presented in this
work. A possible contribution from a fluctuating permanent
dipole associated with the presence of alkoxy side chains
may account for the larger values, although a more detailed
study is needed to establish the exact nature of any possible
sidechain contribution.

The dc current-voltage graphs for conventional and
treated unipolar devices are presented in Figs. 5~a! and 5~b!
for electron only and hole only devices, respectively. The
graphs are plotted on a logarithmic scale. For the electron
only samples~Al/PmPV/Al!, the I –V curves for both con-
ventional and treated PmPV are almost identical, with any
differences due to film thickness differences. In both cases an
approximately Ohmic (I}V) region is observed below;40
V. This is followed by a highly nonlinear region that follows
a power lawI}Vm11, m11'11. This result is characteristic
of the presence of an exponential trap distribution extending
into the band gap from the LUMO band edge. The charac-
teristic depth of this distribution is given by mkT, which is
calculated to be 0.25 eV. The similarity between the conven-
tional and treated data sets suggests that the treatment tech-
nique has very little effect on the electron transport. However
it should be pointed out that electron transport is not de-
graded by the film morphology changes. In the case of the
hole only~Pt/PmPV/Pt! data however significant differences
are observed between conventional and treated samples. In
both cases, at low voltage an Ohmic region is observed.
However for the treated sample, the conductivity issT

53.631028 S/m which is a factor of 5 larger than the con-
ductivity of the conventional film,sC56.631029 S/m.
When the voltage exceeds approximately;20 V the I –V
curve becomes nonlinear with a slope on a log-log plot of
approximately 2. This quadratic dependence of current on
voltage is consistent with unipolar space charge limited con-
duction first described by Mott and Gurney in 1940:30

J59«meffV
2/8d3, ~3!

where J is the current density,« is the permittivity of the
polymer,meff is the effective mobility,V is the applied volt-
age, andd is the thickness of the polymer film. This allows
the calculation of effective mobility for both conventional

and treated films. For the treated film the mobility was 1.3
310211 m2/V s which is a factor of 6 larger that the conven-
tional value of 2.1310212 m2/V s. The final difference be-
tween samples is that the conventional sample displays a
sharp increase in current at approximately 40 V. This in-
crease is linear on a log-log plot with slopem1156. As in
the electron only case this is consistent with the presence of
an exponential trap distribution extending into the band gap
from the HOMO with a characteristic trap depth of 0.13 eV.
No evidence of this distribution is observed for the treated
sample. A deeper understanding of this dc analysis of trap
distributions can be attained through film thickness and tem-
perature dependent measurements.
As discussed previously analysis of the optical and ac elec-
trical data suggests the major effect of the treatment tech-
nique is to modify the polymer morphology so as to lead to
the introduction of more free volume. This in turn reduces
polymer interchain interactions. It is likely that for the con-
ventional film, these interactions act to modify the polymer
density of states such that the HOMO band edge is broad-
ened into a band tail with approximately an exponential dis-
tribution. It is possible that the reduction in interchain inter-
actions in the treated film results in less broadening of the
bandtail. As a result a high exponent power law region is not
seen in the holeI –V curves for the treated sample. In addi-
tion the reduction in traps in the treated sample would ex-
plain the increase in effective mobility in that material. The
effective mobility is given by the product of the intrinsic
mobility (m0) and the fraction of free charge:

meff5m0@NF /~NF1NT!#, ~4!

whereNF is the number density of free carriers andNT is the
number density of trapped carriers. This suggests that the
increase in mobility between conventional and treated
samples is due to the reduction in the number density of
trapped charge in the latter.
However it should be pointed out that the treatment tech-
nique alters the density of states at the HOMO band edge in
the case of hole only transport but no evidence of any alter-
ation is seen for the LUMO band edge in the electron only
samples.
LEDs were prepared using both the conventional and the
treated film preparation techniques to investigate if the im-
provement in photoluminescence efficiency and the in-
creased hole mobility in treated films translates into brighter
and more efficient LEDs. The plots of logI vs logV and
output light intensity vs logV are shown in Fig. 6. The cur-
rent voltage curves both show a low slope region followed
by a high slope region with a transition voltage of 28.2 and
22.4 V for the conventional and treated devices, respectively.
The high slope regions have approximately the same expo-
nent (m11'12) and indicate the presence of an exponential
trap distribution, which is typical of such organic devices and
has been widely reported.31 The presence of such a high
slope region in the treated sample is probably at least in part
due to the exponential electron trap distribution. It can be
seen that the turn on voltage for light emission is slightly
lower in the treated device at 34 V compared to 36 V in the
conventional device. At the device failure voltage of 50 V the
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intensity of the light emission from the treated device is over
four times greater than that in the conventional device. A plot
of output light intensity vs current density~J! is shown in
Fig. 7 for the two device types and enables the relative effi-
ciencies to be established, in terms of light output per unit
current. At low current densities no discernible differences
are evident. With the increased PL efficiency in the treated
devices an increase in efficiency would be expected. At cur-
rent densities above 40 Am22 the efficiency of the conven-
tional device starts to drop off relative to the treated device.
This saturation does not occur in the treated film until a
current density of 190 Am22 is achieved. This shows that at
the top end of the operational capacity of conventional de-
vices, the treated devices are starting to become more effi-
cient. The improved hole mobility resulting from a reduction
in trapping sites in the treated films is thought to contribute

to these results. It was observed that the treated devices were
also significantly more stable and had longer operating life-
times.

V. CONCLUSIONS

Photoinduced absorption measurements show a clear re-
duction in the formation of polarons in the treated films of
PmPV. This result, coupled with the film thickness, absorp-
tion, photoluminescence spectral and efficiency measure-
ments, supports the argument presented for an increased in-
terchain separation in the treated films due to changes in the
film morphology emanating from the preparation of the
films. This suggests that by controlling thin film processing
the photophysical properties of thin films can be engineered.
In this work we have shown that increasing interchain sepa-
ration can significantly reduce the number of polarons
formed in thin films of PmPV. This decrease in polaron for-
mation results in a measured photoluminescence efficiency
increase of 27%. This work has important implications for
understanding further the photophysics of luminescent poly-
mers and more immediately in developing a successful poly-
mer for use as an emissive layer in an electrically pumped
organic laser.

Electrical measurements on PmPV thin films have en-
abled the effect of increased interchain separation on the
electrical properties to be characterized. The important point
is that the treatment of PmPV films is not detrimental to the
performance of electrical devices. The calculation of the
relative permittivity enables the polarizability of polymeric
materials to be compared. The value measured for the treated
film was 21% larger than that in the conventional film, indi-
cating a larger polarizability. This is an important result as it
supports the findings of the PA experiment through an inde-
pendent experimental technique. The current-voltage charac-
teristics showed the presence of an exponential hole trap dis-
tribution in the conventional but not the treated samples. An
increase of nearly an order of magnitude in the hole conduc-
tivity and mobility in treated films of PmPV was also ob-
served, again indicating the reduction of trapping. The dc
electrical properties for electron only currents were the same
for both film types. The fabrication of single layer LEDs
using both film preparation techniques showed that for cur-
rent densities above 40 Am22 a significant improvement in
output light intensity efficiency was achieved. In conclusion
the preparation of treated devices from PmPV had a positive
effect on device performance. This is shown by the higher
hole conductivities that were measured and the higher value
of the output light intensity and saturation current density
measured in the treated LEDs.
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