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4 ABSTRACT: A Co(I) complex featuring the electron-rich monoanionic bis(carbene) aryl pincer ligand (MesCCC) (MesCCC =
5 bis(2,4,6-trimethylphenyl-benzimidazol-2-ylidene)phenyl), (MesCCC)Co-py (1), was found to catalytically dehydrogenate ammonia
6 borane (NH3BH3, AB) in THF at 60 °C. This process releases 1.7 ± 0.1 equiv of H2 per AB with simultaneous formation of both
7 soluble (borazine and polyborazylene) and insoluble (poly(aminoborane)) BN-containing species. To help elucidate the Co species
8 present under the catalytic conditions, 1 was reacted with a stoichiometric amount of AB in THF at room temperature, yielding
9 (MesCCC)CoH(NH2BH3) (2), the first characterized hydride-amidoborane complex of a late transition metal. This complex was
10 characterized by multinuclear (1H, 11B, and 13C) NMR and IR spectroscopies as well as X-ray crystallography. Formation of 2 via
11 N−H activation of AB across the Co(I) center of 1 was confirmed by the reaction of 1 with the deuterated isotopologues of AB and
12 was supported computationally by means of density functional theory (DFT) calculations. Isolated 2 was shown to catalyze AB
13 dehydrogenation, forming BN-containing products similar to 1, albeit at a slower rate. In both reactions starting with 1 or 2 as the
14 catalyst, 2 is observed throughout the catalytic dehydrogenation of AB. DFT calculations revealed plausible pathways for the
15 formation of aminoborane (NH2BH2) from 2, the generation of soluble BN-containing products, as well as the on-metal
16 oligomerization of AB to produce the insoluble polymeric species. The complexes reported herein represent rare examples of
17 homogeneous cobalt catalysts for the dehydrogenation of AB.

18 ■ INTRODUCTION

19 Amine boranes have been studied extensively for their ability
20 to act as hydrogen storage materials.1,2 Ammonia borane (AB)
21 has been of particular interest with the highest percentage of
22 hydrogen (19.1 wt %) of all of the amine boranes. Researchers
23 have sought to develop both homogeneous and heterogeneous
24 systems to catalyze the release of H2 from amine boranes under
25 mild conditions.3,4 These compounds feature both hydridic
26 (B−H) and protic (N−H) hydrogens which facilitate hydro-
27 gen release from these compounds; however, the varied modes
28 of activation of these hydrogens yields mechanisms that vary
29 widely with different experimental conditions and catalyst
30 choice.5

31 Much progress has been made with second- and third-row
32 transition metal catalysts toward understanding the complex
33 homogeneous mechanisms,6 but insight on how first-row
34 transition metals perform this dehydrogenation is still lacking.

35First-row examples of Ni,7,8 Ti,9−14 Mn,15 Cr,16,17 and,
36increasingly, Fe18−25 complexes for homogeneous amine
37borane dehydrogenation have been demonstrated; however,
38for cobalt, there have only been a handful of published
39 f1examples as depicted in Figure 1. These include a (PBP)Co
40pincer complex reported by Peters and Lin,26 a Cp-based
41cobalt complex by Waterman and co-workers,27 tripodal EP3
42(E = N and P) cobalt complexes by Rossin, Shubina, and co-
43workers,28 a highly reduced diimine cobaltate complex by
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44 Wangelin, Wolf, and co-workers,29 and most recently a (PNP)
45 Co complex by Weller and co-workers.30

46Previously we have shown the low-valent (DippCCC)Co and
47(MesCCC)Co pincer complexes (DippCCC = bis(2,6-diisopro-
48pylphenyl-benzimidazol-2-ylidene)phenyl, MesCCC = bis-
49(mesityl-benzimidazol-2-ylidene)phenyl) to be competent for
50catalytic hydrosilylation,31 hydroboration,32 and (semi)-
51hydrogenation.33−35 The ability of these complexes to activate
52E−H bonds (E = Si, B, or H) in multiple hydrofunctionaliza-
53tion reactions prompted us to apply these cobalt complexes
54toward AB dehydrogenation. Herein we report the catalytic
55dehydrogenation of AB with (MesCCC)Co-py (1), resulting in
56the isolation of the first example of a hydride-amidoborane
57complex of a late transition metal. The insights gained from
58this well-defined species are expected to inspire more efficient
59cobalt pincer complexes for amine borane dehydrogenation.

60■ RESULTS AND DISCUSSION

61Stoichiometric Reactivity of 1 with AB: Isolation and
62Characterization of (MesCCC)CoH(NH2BH3) (2). Initial
63experiments sought to determine the reactivity of the reduced
64Co(I) species, 1, with AB in a stoichiometric fashion. The
65 f2addition of AB (1.1 equiv) to 1 (Figure 2a) in THF at room
66temperature resulted in a color change from red to brown over
67the course of minutes and, upon workup, cleanly yielded a
68brown powder in excellent yield (93%). Crystallographic
69characterization of this complex revealed (MesCCC)CoH-
70(NH2BH3) (2), seen in Figure 2b. This complex is best
71described as a hydride-amidoborane Co(III) species where the

Figure 1. Examples of reported molecular cobalt catalysts for amine
borane dehydrogenation.26−30

Figure 2. (a) Synthesis of complex 2. (b) Crystal structure of 2 (ellipsoids at 50% probability, half of molecule symmetry generated). Hydrogen
atoms on the ligand are omitted for clarity. Selected bond lengths [Å]: Co−H1, 1.53(4); Co−N5, 2.000(3); Co−B, 2.252(8); Co−H2, 1.85(4);
B−N5, 1.547(6); Co−C1, 1.918(11); Co−C11, 1.865(3). (c) 1H NMR spectrum of 2 in C6D6. (d) Overlaid

1H NMR (black trace) and 1H{11B}
NMR (teal trace) spectra of upfield resonances of 2.
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72 N−H bond of AB has been oxidatively added across the Co(I)
73 center of 1 to yield 2. The amidoborane (NH2BH3

−) fragment
74 of 2 is bound to the Co center through a Co−N bond and a
75 Co−H−B bridging interaction with the hydride positioned
76 trans to the bridging B−H moiety (H1−Co−H2 =
77 173.8(2.6)°).
78 The activation of the N−H bond over the B−H bond at the
79 metal center is somewhat unsurprising given the BDE’s of 95.5
80 and 102.0 kcal mol−1, respectively.36−39 A cobalt amidoborane
81 complex was suggested computationally by Shubina and co-
82 workers upon N−H activation at a Co−H species followed by
83 release of H2;

28 however, the process presented herein does
84 not occur in the presence of a hydride species. To our
85 knowledge, only three other structurally characterized
86 complexes containing the NH2BH3

− anion bound to a
87 transition metal have been reported including the (Cp)2ZrCl-
88 (NH2BH3) and (Cp)2ZrH(NH2BH3) complexes synthesized
89 from (Cp)2ZrCl2 with 1 and 2 equiv of AB and nBuLi
90 respectively,40 and (Cp)2Ti(NH2BH3) synthesized by reacting
91 (Cp)2TiCl2 with K(NH2BH3).

41 Although the geometry and
92 ligand fields are different in these cases, the structural
93 parameters of 2 compare favorably to these examples when
94 the contracted ionic radius of Co(III) is considered (see Figure
95 S10).42 The formation of 2 represents a rare example of N−H
96 activation to isolate an amidoborane species.
97 Recent examples by Manners and co-workers have found
98 that Cp-based Ti-amidoborane complexes are active in amine
99 borane dehydrocoupling. Specifically, Manners and co-workers
100 reported the Cp2Ti(Me2NBH3) complex as an active catalyst
101 for the dehydrocoupling of dimethylamine borane
102 (DMAB),10,14 and more recently, they have reported an
103 analogous amidoborane complex, Cp*2Ti(MeNHBH3), which
104 was crystallographically characterized following the reaction of
105 Cp*2Ti(CH3) with MeNH2BH3.

13 The latter isolated
106 amidoborane was also found to be catalytically active when
107 reintroduced to the reaction. Webster and co-workers have
108 also suggested the participation of iron-amidoborane inter-
109 mediates during the dehydrocoupling of DMAB with a
110 (Nacnac)Fe complex and were able to isolate and crystallo-
111 graphically characterize the amidoborane intermediate with
112 two monomer units.25

113 Amidoborane complexes have also been studied and
114 implicated in alkaline earth (AE) metal complexes for amine
115 borane dehydrocoupling. Earlier work by Harder and co-
116 workers reported the crystal structures of AE metals with the
117 NH2BH3

− anion including (DippNacnac)Ca(NH2BH3)-
118 (THF)2,

43 and the Mg analogue (DippNacnac)Mg(NH2BH3)-
119 (THF).44 More recent work by Hill and co-workers has
120 extended the study of the AE-amidoborane species and applied
121 them in amine borane dehydrocoupling reactions45−47

122 Characterization of 2 by 1H NMR spectroscopy revealed a
123 diamagnetic complex with three 6H resonances corresponding
124 to the mesityl methyl groups, consistent with a Cs-symmetric
125 complex (Figure 2c). The spectrum also contained upfield
126 resonances at 0.12 (2H), −8.76 (1H), and −15.03 (1H) ppm.
127 The assignment of these resonances was aided by collecting
128 the 1H{11B} NMR spectrum of 2 (Figure 2d). Upon
129 decoupling of the 11B nucleus, the resonance at −8.76 ppm
130 and a previously obscured broad resonance at 1.33 ppm
131 changed peak shape to form sharper resonances. Due to the
132 peak shape change upon decoupling of the 11B nucleus and
133 literature precedence for amidoborane moieties, the reso-
134 nances at 1.33 and −8.76 ppm were assigned to BH2(Terminal)

135and BH(Bridging) protons, respectively, while the resonances at
1360.14 and −14.97 ppm were assigned to the protons of NH2
137and Co−H, respectively.40,41 Complex 2 also featured a
138corresponding 11B NMR resonance at −28.1 ppm assigned to
139the boron atom of the NH2BH3

− fragment (Figure S3).
140Variable-temperature NMR experiments of 2 in toluene-d8
141revealed no fluxional character of this complex up to 80 °C.
142To further support the proposed N−H oxidative addition
143pathway to form 2, we turned to the deuterated isotopologues
144of AB. To this end, NH3BD3 and ND3BH3 were synthesized
145and reacted with 1 at room temperature in THF to form
146(MesCCC)CoH(NH2BD3) (2-BD) and (MesCCC)CoD-
147 s1(ND2BH3) (2-ND), respectively (Scheme 1).29 Consistent

148with the N−H oxidative addition pathway, the resulting 1H
149NMR spectrum of the reaction of 2-BD lacked the resonances
150previously assigned to the BH2(Terminal) and BH(Bridging) protons
151and maintained the resonances assigned to the Co−H and
152NH2 protons (Figure S5). The 2H NMR spectrum of 2-BD
153showed the inverse picture with the corresponding BD2(Terminal)
154and BD(Bridging) resonances present. In a similar fashion, 2-ND
155showed the enrichment of the ND2 and Co−D resonances in
156the 2H NMR spectrum (Figure S6). The 1H NMR spectrum of
1572-ND revealed the expected BH2(Terminal) and BH(Bridging)
158resonances; however, the spectrum also contained a significant
159amount of Co−H (1.00:2.18 integration ratio of Co−H/
160BH(Bridging)). Some of the Co−H in this case is not only the
161likely result of incomplete enrichment of the ND3BH3 (ca. 90%
162enriched by 1H NMR integration) but also suggests that some
163exchange with the hydride is possible. The difference in
164integration between the NH2 (0.2) and Co−H (1.0)
165resonances is also notable because in theory the ratio should
166be 2:1 if the difference came from the starting material. The
167Co−H/D mixture of the product also results in the splitting of
168the BH(Bridging) resonance in the 1H NMR spectrum. A report
169studying the IR and Raman spectra of d6 trans-dihydride
170complexes found the substitution of a hydride for deuteride
171resulted in changes in the charge gradient and density in these
172species.48 An effect of this sort may explain the differing
173influence of a hydride or deuteride trans to the BH(Bridging) on
174the chemical shift of this proton; however, more analogous
175examples would be needed to support this hypothesis. Both
176isotopic enrichment experiments are consistent with N−H/D

Scheme 1. Reaction of 1 with Deuterated Isotopologues of
AB
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177 activation of the AB substrates and further support the peak
178 assignments in the 1H NMR spectrum.

f3 179 Analysis of 2 by IR spectroscopy (Figure 3, green trace)
180 revealed stretching frequencies at 3434 cm−1 (NH2), 2415 and
181 2344 cm−1(BH2(Terminal)), and 1862 cm−1 (Co−H) which were
182 consistent with those reported for other amidoborane40,41 and
183 Co−H species.33 As with the NMR spectra of the deuterated
184 isotopologues of 2, the IR spectra were consistent with these
185 assignments as evidenced by the shift of the deuterated
186 positions’ stretching frequencies in the corresponding IR
187 spectra. The IR spectrum of 2-ND (Figure 3, blue trace)
188 revealed a shift of the NH2 stretching frequency at ca. 3400−
189 2567 cm−1 consistent with the reduced mass calculation for
190 ND2 (calcd 2513 cm−1). This spectrum also lacked a

191significant peak at ca. 1860 cm−1 which is consistent with an

192isotopically shifted Co−D frequency. The resulting Co−D
193stretch could not be unambiguously assigned as it was lost in

194the fingerprint region. The IR spectrum for 2-BD (Figure 3,

195orange trace) featured a small peak at ca. 2375

196cm−1(BH2(Terminal)) resulting from incomplete deuteration of

197the B−H bonds and a peak at 1752 cm−1, which was consistent

198with the shifted BD2(Terminal) stretching frequency (calcd 1753

199cm−1). The spectrum maintained the Co−H peak at ca. 1860

200cm−1 and NH2 stretching frequency at ca. 3400 cm−1. Both

201isotopically labeled samples help support the assignment of the

202stretching frequencies in the IR spectra and are consistent with
203the corresponding 1H NMR resonances.

Figure 3. IR spectra (KBr) of 2 (green), (MesCCC)CoD(ND2BH3) (blue), and (MesCCC)CoH(NH2BD3) (orange). Asterisks mark new stretching
frequencies corresponding to the deuterated species.

Scheme 2. Independent Synthesis of 2 from 3
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204 Independent Synthesis of 2. Previously, we reported the
205 isolation of (MesCCC)CoHClPMe3 (3) by the addition of HCl·
206 Et2O to (MesCCC)CoN2PMe3 (4).33 We reasoned that
207 performing a salt metathesis reaction on 3 with KNH2BH3
208 with simultaneous loss of phosphine would allow us to
209 independently synthesize 2. Addition of ca. 1 equiv of
210 KNH2BH3 to 3 did result in the observation of a small

s2 211 amount of 2 by 1H NMR spectroscopy (Scheme 2); however,
212 a significant amount of 4 and unreacted 3 was also observed
213 (Figure S18). On the basis of the 1H NMR spectrum, the
214 resulting ratio of complexes 2/3/4 was approximately 1:2.5:5.
215 This not only demonstrated that KNH2BH3 could in fact
216 perform a salt metathesis reaction with 3 to generate 2 with
217 loss of KCl and PMe3 but also suggested that another pathway
218 of hydride transfer or β-hydride elimination of an amidoborane
219 moiety from the cobalt center might be possible. Recent
220 literature suggests that the KNH2BH3 reagent may be
221 operating as a hydride source in this case. Weller and co-
222 workers have suggested that the amidoborane reagent
223 LiNMe2BH3 likely functions as a simple hydride source as
224 opposed to forming an amidoborane intermediate followed by
225 β-hydride elimination in a (PONOP)Rh system,49 and work by
226 Hill and co-workers also finds β-elimination processes of group
227 2 metal amidoborane complexes to be high in energy.47 The
228 resistance of 2 to undergo β-hydride elimination according to
229 DFT calculations (vide inf ra) suggests that KNH2BH3 may in
230 fact be operating as a hydride source in this case. The reaction
231 of 2 with excess KNH2BH3 in the presence of PMe3 also led to
232 the observation of 4 and other unidentified diamagnetic
233 species (Figure S19), suggesting that 2 can be further activated
234 by KNH2BH3. The exact mechanism of activation of each
235 species remains unclear, but the generation of a transient
236 dihydride species followed by reductive elimination is a
237 plausible pathway for the reduction of these species. This
238 reduction was found to be generalizable to other Co(III)
239 complexes with KNH2BH3 (see the Supporting Information).
240 Dehydrogenation of AB with (MesCCC)Co-py (1) and
241 (MesCCC)CoH(NH2BH3) (2). Generally, homogeneous tran-
242 sition metal catalysts for the catalytic dehydrogenation of AB
243 fall into one of two categories referred to as Type I and II

s3 244 catalysts as defined by Paul and co-workers (Scheme 3).50

245 Type I catalysts typically form aminoborane (NH2BH2) which
246 binds strongly to the metal center and polymerizes further,

247forming insoluble polymeric species and releasing 1 equiv of
248H2 per AB. Type II catalysts typically undergo formation of
249NH2BH2 and release this highly reactive species from the metal
250center, which then undergoes further off-metal oligomeriza-
251tion/dehydrogenation to release >1 equiv of H2 per AB. The
252delineation between these two pathways is not always clear
253because it is possible to release NH2BH2 from the metal center
254while still having on-metal polymerization as the active
255mechanism.6

256To test the catalytic competence of 1 toward AB
257dehydrogenation, 10 mol % 1 was reacted with AB at 60 °C
258in THF and tracked by 11B NMR spectroscopy over time
259 f4(Figure 4). The primary soluble products formed at the

260beginning of the reaction were cyclotriborazane (CTB, ca. −11
261ppm), (B-(cyclodiborazanyl)aminoborohydride (BCDB, ca.
262−5 ppm), borazine (ca. 30 ppm), and diaminoborane
263(BH(NH2)2, ca. 28 ppm).21,22,51−55 As the reaction proceeded
264the products skewed toward borazine and then polyborazylene
265(PB) further upfield at ca. 25 ppm.51 As a control reaction, AB
266was heated at 60 °C in THF in the absence of 1 resulting in
267negligible conversion of AB to form a small amount of CTB.
268The addition of excess Hg(0) did not affect the progression of
269the reaction, suggesting that cobalt nanoparticles are not
270responsible for the observed catalytic activity.56 These
271reactions suggested that AB is in fact catalytically dehydro-
272genated by 1 and the reaction takes place in the homogeneous
273phase. Preliminary studies also showed that 1 catalyzes the
274dehydrogenation of DMAB and methylamine borane (Figures
275S15 and S16 respectively), suggesting these type of cobalt
276pincer complexes may prove broadly applicable in this field.
277The BN products (mainly PB and borazine) observed by 11B
278NMR spectroscopy during catalytic dehydrogenation with 1
279are suggestive of a mechanism which involves the formation of
280NH2BH2 followed by the release of this species from the cobalt
281center. Because of its reactivity, NH2BH2 is not practically
282observed in solution; however, addition of cyclohexene to the
283reaction allows for the trapping of the hydroborated cyclo-
284hexene product (Cy2BNH2).

57 Running this trapping experi-

Scheme 3. Types of Homogeneous AB Dehydrogenation
Catalysts as Defined by Paul and Baker50

Figure 4. 11B NMR spectra of catalytic dehydrogenation of AB with
10 mol % 1 in THF at 60 °C over time.
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285 ment under the catalytic conditions resulted in the formation
286 of the Cy2BNH2 species as confirmed by 11B NMR
287 spectroscopy (Figure S11). Both the soluble BN-containing
288 species observed in the catalytic dehydrogenation of AB and
289 the trapping of NH2BH2 suggest that 1 is acting as a Type II
290 catalyst (Scheme 3). However, under small-scale catalytic runs,
291 a non-negligible amount of precipitate was formed. Upon
292 scaling up of the reaction, characterization of this precipitate by
293 IR spectroscopy suggested the formation of poly-
294 (aminoborane) (PAB) (Figure S12).58,59 The formation of
295 PAB suggests that 1 is acting as both a Type I and II catalyst
296 under these conditions. The amount of H2 per AB was
297 determined to be 1.7 ± 0.1 equiv with an inverted buret
298 apparatus (see Supporting Information). The amount of H2

299 released is consistent with 1 acting as both types of AB
300 dehydrogenation catalyst.
301 Monitoring catalytic reactions utilizing 1 by 1H and 11B
302 NMR spectroscopy reveals that 2 is formed within minutes in
303 THF and remains the primary observable cobalt species in
304 solution. To ensure that 2 was not simply a stable, off-pathway
305 product from the catalytic reaction, isolated 2 was employed in
306 the catalytic dehydrogenation of AB. Reacting 10 mol % 2 with
307 AB at 60 °C in THF at the same concentration for reactions
308 with 1 resulted in conversion of AB to form a similar soluble
309 product distribution (Figure S13), albeit at a slower rate (ca.
310 24 vs 48 h for full conversion). The isolation of PAB was not
311 achieved when starting from 2, which may rely on a sufficient
312 concentration of NH2BH2 to be competitive (vide inf ra).
313 These results suggest that 2 is either one of the active species

314or goes on to form one of the active species in solution.
315Heating 2 at 60 °C in the absence of AB in THF-d8 revealed
316no appreciable conversion of 2 to other complexes. This
317suggests that β-hydride elimination directly from 2 is not a
318likely pathway for the release of NH2BH2 from the cobalt
319center in the absence of additional AB.
320The competing pathways for AB dehydrogenation under the
321catalytic conditions frustrated efforts to perform kinetic
322analyses on this system. Hence, we turned our attention to
323DFT to try and provide insight into possible pathways starting
324from 2 that would match experimental observations.
325DFT Studies: Formation of 2 and Further Reactivity
326of 2 with AB. DFT studies at the wb97xD level sought to
327provide further insight on the reaction mechanism for the
328initial N−H activation process of AB onto 1 to form 2. The
329lowest Gibbs energy pathway obtained for this process is
330 f5presented in Figure 5. The reaction begins with the
331dissociation of the pyridine ligand from 1 to form intermediate
332I1, followed by the association of AB through an η2 B−H
333interaction to afford I2. This latter complex, which lies 12.2
334kcal mol−1 above the separate reactants, subsequently under-
335goes rearrangement to form η1 species I3, which is ready for
336N−H activation. The N−H activation step across the Co
337center is achieved through TS1 and results in structurally
338characterized hydride-amidoborane complex 2. The calculated
339barrier for the overall process is 24.0 kcal mol−1 in THF, which
340is consistent with the reaction proceeding at room temper-
341ature. DFT calculations also predict the formation of 2 to be
342exergonic by −11.0 kcal mol−1, which is in line with the

Figure 5. Top: calculated Gibbs energy profile in THF at 298 K and 1 atm for the formation of 2 starting from 1 and further release of NH2BH2
from 2. Bottom: optimized transition state structures with the relevant bond distances (in Å).
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343 stability of the hydride-amidoborane complex formed. Other
344 reaction pathways considered for the formation of 2 included
345 the activation of the N−H bond from 1 (with the pyridine
346 coordinated to Co) and the B−H activation of AB from I3
347 (see Figures S21 and S22 respectively). Both alternative paths
348 were discarded based on their significantly high energy barriers
349 (50.1 and 35.2 kcal mol−1, respectively). Notably, the fact that
350 the B−H activation of AB was 11.2 kcal mol−1 higher in energy
351 than the N−H activation via TS1 is in good agreement with
352 the deuteration studies.
353 The vibrational modes of the optimized structure of 2 were
354 calculated and can be found in Figure S23. The Co−H
355 stretching frequency was calculated to be 1968 cm−1, which is
356 in reasonably good agreement with the reported experimental
357 peak at ca. 1860 cm−1. The calculated BH2 stretching
358 frequencies are 2506 and 2554 cm−1 which also match
359 moderately well to the experimental BH2 stretching
360 frequencies at ca. 2400 cm−1. The asymmetric and symmetric
361 NH2 stretching frequencies were calculated to be 3709 and
362 3624 cm−1 respectively, compared to the experimental
363 stretching frequencies of 3434 and 3364 cm−1. The Co−
364 BH(Bridging) stretching frequency was calculated to be 1713
365 cm−1; however, this peak could not be definitively assigned in
366 the experimental spectra (vide supra).
367 In order to shed light on the nature of the bonding of the
368 amidoborane fragment in 2, natural bond orbital (NBO) and
369 second-order perturbation theory (SOPT) analyses were
370 performed to ascertain the main donor−acceptor interactions

f6 371 involved in the Co−N, Co−H(B), and B−N bonds (Figure 6).
372 These analyses revealed that the most important interaction

373between Co and the N from amidoborane arises from the
374electron donation from a N 2p orbital to an empty sd−sp
375hybrid orbital constituted by Co and the aryl C atom of the
376ligand and from the donation from a hybrid sd−s orbital from
377the Co−H bond to an empty sp orbital from N. The
378interaction between Co and H(B) was found to be mostly
379governed by the electron donation from the hybrid sp−s
380orbital of the B−H bond to the antibonding sd−s hybrid
381orbital from Co−H, and the backdonation from the above sd−
382s bonding orbital from Co−H to an empty sp orbital from B.
383Finally, the main donor−acceptor interactions within the
384amidoborane fragment correspond to the electron donation
385from the bonding sp−s orbital of B−H to the above empty sp
386orbital from N, and the backdonation from the above filled N-
3872p orbital to the sp−s antibonding orbital of B−H. For details
388of the exact composition of the NBOs involved in these
389donor−acceptor interactions, see Table S1.
390Because employing both 1 and 2 as a catalyst showed 2 as
391the primary observable cobalt species, we next sought to use
392DFT to elucidate a plausible reaction mechanism for NH2BH2
393release from 2 to form the products consistent with a Type II
394catalyst. To this end, DFT calculations of the reaction of 2 with
395AB were conducted, obtaining the reaction pathway
396summarized in Figure 5. Interestingly, the release of
397NH2BH2 from 2 proved to be energetically unfavorable unless
398an AB molecule was in proximity to the Co center to assist the
399process. This is consistent with the fact that no elimination of
400NH2BH2 is observed when 2 is heated in the absence of AB.
401Calculations also show that when AB is present the release of
402NH2BH2 takes place via TS2 with an activation energy of 34.4
403kcal mol−1, in line with catalytic turnover occurring at 60 °C in
404THF. During TS2, both Co−N and B−H(Bridging) bonds (3.097
405and 1.513 Å, respectively) are cleaved to release NH2BH2 with
406the concomitant coordination of the nearby AB (Co−B: 3.455
407Å) to yield I5.
408Upon elimination of NH2BH2 from I4, the more stable (9.1
409kcal mol−1 lower than I4) trans-dihydride species with an η1

410B−H interaction (I5) is formed. This species subsequently
411undergoes a trans-to-cis isomerization through TS3 where the
412BH2NH3 moiety is transferred to one of the hydrides to yield
413I6. This step requires a relative energy barrier of 18.2 kcal
414mol−1 and is slightly endergonic by 1.8 kcal mol−1. From I6,
415the reductive elimination of H2 occurs via TS4 with a relative
416energy barrier of only 5.2 kcal mol−1. The result of this last
417transformation is I3 which can again undergo N−H activation
418to yield 2. The highest energy point of the diagram is TS3 at
41937.6 kcal/mol from 2, which is consistent with catalytic
420turnover occurring at 60 °C in THF. Overall, the mechanism
421depicted in Figure 5 accounts for the release of 1 equiv of H2
422and NH2BH2 from 2, which was confirmed by trapping
423experiments using cyclohexene. A process in which the
424NH2BH3

− fragment of 2 stays intact with reactivity occurring
425solely at the hydride is also a possibility but was not found
426computationally.
427Finally, DFT calculations were performed to propose a
428plausible mechanism for the oligomerization of AB starting
429 f7from 2 (Figure 7). Starting from this species, the association of
430NH2BH2 previously formed to yield I7 was found to be slightly
431endergonic (by ca. 1 kcal mol−1). This complex can then
432undergo N−B bond formation and B−H bond formation with
433the existing B−H(Bridging) of the amidoborane fragment in a
434concerted process via TS5 leading to on-metal oligomeric
435species I8. Overall, the oligomerization of AB requires an

Figure 6. NBO representation (isovalue = 0.08 e−/bohr3) of the main
donor−acceptor interactions involved in the Co−N, Co−H(B), and
B−N bonds obtained from SOPT. The energy computed for each of
these interactions, ESOPT, is shown in kcal/mol. Orange arrows
indicate the electron flow from the donor to the acceptor NBO. The
mesityl flanking groups have been omitted for clarity. The color code
is the same as that in Figure 5.
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436 energy barrier of 24.0 kcal mol−1 and is exergonic by ca. 4.3
437 kcal mol−1. Further oligomerization steps are postulated to
438 involve the insertion of additional NH2BH2 molecules into the
439 growing oligomeric chain. Although isolation of PAB was not
440 possible when starting from 2, this suggested oligomerization
441 process relies on a sufficient concentration of NH2BH2 in
442 solution.60 Given the higher activity when employing 1, it is
443 possible that this results in a higher concentration of NH2BH2
444 in solution which can react with 2.

445 ■ CONCLUSION
446 Co(I) pincer complex 1 reported herein represents a rare
447 example of a homogeneous catalyst for the dehydrogenation of
448 AB. The formation of soluble (borazine and polyborazylene)
449 and insoluble (poly(aminoborane)) BN-containing products
450 suggests the existence of competing mechanisms for the
451 dehydrogenation/dehydropolymerization of AB on 1. Reaction
452 of 1 with AB yielded complex 2, the first characterized hydride-
453 amidoborane complex on a late transition metal. Isotopic
454 labeling and DFT studies revealed that 2 was formed via an
455 N−H activation process of AB at the Co center of 1. In
456 addition, computational studies outline likely pathways of
457 activation for 2 to produce the experimentally observed BN-
458 containing species. The knowledge generated herein is
459 expected to inspire the design of well-defined cobalt pincer
460 complexes to provide further insights into the dehydrogenation
461 and dehydropolymerization of AB and other amine boranes.

462 ■ EXPERIMENTAL SECTION
463 General Considerations. All manipulations of air- and moisture-
464 sensitive compounds were carried out in the absence of water and
465 dioxygen in an MBraun inert atmosphere drybox under a dinitrogen
466 atmosphere except where specified otherwise. The MBraun drybox
467 was equipped with a−35 °C freezer for cooling samples and
468 crystallizations. All glassware was oven-dried for a minimum of 8 h
469 and cooled in an evacuated antechamber prior to use in the drybox.
470 Solvents for sensitive manipulations were dried and deoxygenated on
471 a Glass Contour System (SG Water USA, Nashua, NH) and stored
472 over 4 Å molecular sieves purchased from Strem following literature
473 procedure prior to use.61 NMR solvents (C6D6 and THF-d8) were
474 purchased from Cambridge Isotope Laboratories and were degassed
475 and stored over 4 Å molecular sieves prior to use. Celite 545 (J. T.
476 Baker) was dried in a Schlenk flask for 24 h under dynamic vacuum
477 while heating to at least 150 °C prior to use in a glovebox. Ammonia
478 borane was purchased from Sigma and filtered through Celite with
479 THF before use. Dimethylamine borane (DMAB) was purchased

480from Sigma and used as received. The deuterated isotopologues
481NH3BD3 and ND3BH3 were synthesized according to a literature
482procedure.29 (MesCCC)Co-py (1),35 (MesCCC)CoHClPMe3 (3),33

483methylamine borane,62 and KNH2BH3
63 were synthesized according

484to literature procedures.
4851H, 13C, and 11B NMR spectra were recorded at room temperature
486on a Varian spectrometer operating at 500 MHz (1H NMR), 126
487MHz (13C NMR), and 128 MHz (11B NMR) and referenced to the
488residual solvent peaks and BF3·Et2O (δ 0 ppm) for 11B. Solid-state
489infrared spectra were recorded using a PerkinElmer Frontier FT-IR
490spectrophotometer equipped with a KRS5 thallium bromide/iodide
491universal attenuated total reflectance accessory. Electrospray ioniza-
492tion mass spectrometry (ESI) was recorded on a Water Q-TOF
493Ultima ESI instrument in the Mass Spectrometry Laboratory at the
494University of Illinois at Urbana−Champaign (UIUC).
495Crystallography. X-ray crystallography was performed at the
496George L. Clark X-ray Facility at UIUC. Single-crystal X-ray
497diffraction data were collected with the use of multimirror
498monochromatized Mo Kα radiation (0.71073 Å) at 100 K on a
499Bruker D8 Venture diffractometer equipped with a Photon 100
500detector. Combinations of 0.5° φ and ω scans were used to collect the
501data. The collection, cell refinement, and integration of intensity data
502were carried out with the APEX2 software.64 A multiscan absorption
503correction was performed using SADABS.65 The structure was solved
504with XT66 and refined with the full-matrix least-squares SHELXL67

505program within the Olex268 refinement GUI. Metrical parameters are
506available in Table S1.
507Preparation of (MesCCC)CoH(NH2BH3) (2). In the glovebox, a 20
508mL scintillation vial was charged with (MesCCC)Co-py (20.5 mg, 0.03
509mmol, 1.0 equiv), a magnetic stir bar, and ca. 3 mL of THF. To this
510stirring solution, NH3BH3 (1.0 mg, 0.033 mmol, 1.1 equiv) was added
511with ca. 3 mL of THF resulting in a color change from dark red/
512brown to amber within minutes. This solution was allowed to stir for
5132 h, and then volatiles were removed. The brown residue was washed
514with hexanes (4 × 2 mL) dissolved in benzene, and then filtered
515through Celite. This solution was frozen, and then volatiles were
516removed to yield (MesCCC)CoH(NH2BH3) as a light brown powder
517(17.8 mg, 93%). Crystals suitable for X-ray diffraction were grown
518from the diffusion of pentane into a solution of 2. 1H NMR (500
519MHz, C6D6) δ 7.77 (d, J = 8.1 Hz, 2H), 7.59 (d, J = 7.8 Hz, 2H), 7.42
520(t, J = 7.7 Hz, 1H), 7.05 (t, J = 7.7 Hz, 2H), 6.87 (t, J = 7.7 Hz, 2H),
5216.69 (s, 2H), 6.56 (s, 2H), 6.52 (d, J = 8.0 Hz, 2H), 2.20 (s, 6H), 2.01
522(s, 6H), 1.90 (s, 6H), 1.33 (br s, 2H, Co−BH(Terminal)) 0.12 (s, 2H,
523Co−NH2), −8.76 (s, 1H, Co−BH(Bridging)), −15.03 (s, 1H, Co−H).
524

13C NMR (126 MHz, C6D6) δ 208.27 (Co−CNHC), 172.99 (Co−
525CAryl), 148.24, 139.20, 138.17, 137.20, 136.61, 132.17, 131.70, 130.00,
526129.37, 123.03, 122.39, 121.80, 111.01, 109.75, 107.81, 20.94, 18.68,
52718.66. 11B NMR (128 MHz, C6D6) δ −28.1. IR (KBr): ν(cm−1) =
5283434 (m, NH), 3364 (w, NH), 3100−2800 (m, CH), 2415 (m,
529BH(Terminal)), 2344 (m, BH(Terminal)), 1862 (m, Co−H). HRMS (ESI),
530calcd for C38H34CoN4[M − NH2BH3]

+: 605.2115. Found 605.2112.
531Formation of Deuterated Analogues of 2. In the glovebox, a
53220 mL scintillation vial was charged with (MesCCC)Co-py (1) (10.2
533mg, 0.015 mmol, 1.0 equiv), a magnetic stir bar, and ca. 2 mL of THF.
534To this stirring solution, the deuterated analogue (NH3BD3 or
535ND3BH3, 0.0165 mmol, 1.1 equiv) was added with ca. 2 mL of THF
536resulting in a color change from dark red/brown to amber within
537minutes. This solution was allowed to stir for 2 h and then volatiles
538were removed. The brown residue was washed with hexanes (3 × 1
539mL), dissolved in benzene, and then filtered through Celite. This
540solution was frozen, and then volatiles were removed to yield
541(MesCCC)CoH(NH2BD3) and (MesCCC)CoD(ND2BH3) as light
542brown powders in ca. 90% yield.
543Catalytic Dehydrogenation Reactions. In the glovebox, a
544quartz J. Young NMR tube was charged with (MesCCC)Co-py (2.0
545mg, 0.003 mmol, 0.10 equiv) or (MesCCC)CoH(NH2BH3) (1.9 mg,
5460.003, 0.10 equiv) and 600 μL of THF of a 0.05 M AB solution (0.9
547mg, 0.03 mmol, 1.0 equiv). The tube was sealed and then brought out
548of the glovebox to heat in a 60 °C oil bath. The progress of the
549reaction was tracked over time by 11B NMR.

Figure 7. Calculated Gibbs energy profile in THF at 298 K and 1 atm
for the oligomerization of AB on 2.
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550 Mercury Drop Test Reaction. In the glovebox, a quartz J. Young
551 NMR tube was charged with (MesCCC)Co-py (2.0 mg, 0.003 mmol,
552 0.10 equiv), and 600 μL of THF of a 0.05 M AB solution (0.9 mg,
553 0.03 mmol, 1.0 equiv). One drop of Hg(0) was added to the tube, and
554 the tube was then sealed before being brought out of the glovebox to
555 heat in a 60 °C oil bath. The reaction was agitated about every hour
556 to ensure contact of possible nanoparticles with Hg(0). The progress
557 of the reaction was tracked over time by 11B NMR.
558 Cyclohexene Trapping Experiment. In the glovebox, a quartz J.
559 Young NMR tube was charged with (MesCCC)Co-py (2.0 mg, 0.003
560 mmol, 0.10 equiv), 600 μL of THF of a 0.05 M AB solution (0.9 mg,
561 0.03 mmol, 1.0 equiv), and cyclohexene (49.3 mg, 0.6 mmol, 20
562 equiv). The tube was sealed and then brought out of the glovebox to
563 heat in a 60 °C oil bath. The progress of the reaction was tracked over
564 time by 11B NMR spectroscopy.
565 Gas Evolution Reaction. In the glovebox, a 20 mL storage vessel
566 was charged with (MesCCC)Co-py (6.8 mg, 0.01 mmol, 0.05 equiv),
567 AB (6.2 mg, 0.20 mmol, 1.0 equiv), and 4.0 mL of THF. The vessel
568 was sealed, removed from the glovebox, attached to the gas evolution
569 setup as seen in Figure S17, and heated at 60 °C in a heating block.
570 The reaction was run in triplicate to determine 1.7 ± 0.1 equiv of H2
571 was released per AB.
572 Reaction of (MesCCC)CoHClPMe3 (3) with KNH2BH3. In the
573 glovebox, a 20 mL scintillation vial was charged with (MesCCC)-
574 CoHClPMe3 (10.0 mg, 0.014 mmol, 1.0 equiv), KNH2BH3 (1.0 mg,
575 0.014 mmol, 1.0 equiv), a magnetic stir bar, and ca. 5 mL of THF.
576 This solution was stirred at ambient temperature for ca. 15 min, and
577 then volatiles were removed. This residue was dissolved in C6D6 and
578 then eluted through Celite into an NMR tube.
579 Reaction of (MesCCC)CoH(NH2BH3) (2) with KNH2BH3. In the
580 glovebox, a 20 mL scintillation vial was charged with (MesCCC)-
581 CoH(NH2BH3) (9.5 mg, 0.015 mmol, 1.0 equiv), PMe3(1 M in THF,
582 10 equiv), a magnetic stir bar, and ca. 5 mL of THF. After stirring for
583 5 min, KNH2BH3 (1.0 mg, 0.014 mmol, 10.0 equiv) was transferred
584 to the reaction vial with THF (ca. 1 mL) and stirred at ambient
585 temperature for an additional 30 min. Volatiles were removed, and
586 then the residue was dissolved in C6D6 and eluted through Celite into
587 an NMR tube.
588 Computational Details. DFT calculations were carried out using
589 the dispersion-corrected hybrid exchange-correlation functional
590 wB97XD69 and the Gaussian09 software.70 To describe the electrons
591 of B, C, and H atoms, the 6-31G(d,p) basis set with polarization
592 functions was employed, while the same basis set with added diffuse
593 functions, i.e., 6-31+G(d,p), was used in the description of the more
594 electronegative N atoms. IN contrast, Co electrons were represented
595 with the Stuttgart/Dresden effective core potential with added f-
596 polarization functions (exponent: 2.780).71 The geometry of the
597 stationary points was optimized in vacuum without imposing any
598 constraint. The nature of these points was further assessed by means
599 of vibrational frequency calculations, which confirmed that energy
600 minima had only real frequencies, while transition states had only one
601 single imaginary frequency. In addition, the latter were confirmed to
602 connect the expected reaction intermediates by relaxing the transition
603 state geometry following the eigenvector associated to the imaginary
604 frequency.
605 The effect of the solvent employed in experiments (THF, ε = 7.52)
606 was introduced by performing single-point calculations on the
607 optimized geometries in vacuum using the SMD solvation model.72

608 Gibbs energies in THF were calculated by adding to the potential
609 energies in solution the Gibbs energy corrections calculated in
610 vacuum at the experimental temperature of 298 K and 1 atm.
611 NBO and SOPT analyses on selected donor−acceptor interactions
612 in intermediate 2 were performed using the software NBO 6.0.73
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